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Figure 3.23 Turbidity Standards (1) 

 

 

Figure 3.24 Turbidity Standards (2) 
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MIST Monitoring Procedure 

During testing, the MIST downloads temperature and turbidity ratio data 

every 100 cycles into a computer.  Since the MIST only takes true turbidity ratios 

every 100 cycles, the true ratio had to be determined by identifying the point at which 

the ratio value was nonconstant.  The values remain constant due to the same water 

being tested until the 100 cycle period has elapsed and new water is tested.  The value 

reaches a nonconstant point when air inside the turbidity pump is forced out due to an 

intake of new water.  The air causes the ratio value to increase approximately twice 

the magnitude of the constant value.  The ratio value, used for analysis, was 

calculated as the average of the five ratio values after the last nonconstant value.  An 

example of the method in which the MIST collected the data and how the average 

ratio value was calculated is shown in Table 3.5.  Once the test was complete, the 

turbidity ratio versus time is plotted.  From the plot, the two lowest and two highest 

turbidity ratios are used to determine the change in turbidity ratio throughout the test.  

The change in turbidity ratio was used for analysis. 
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Table 3.5 Average Turbidity Ratio Calculation 
 

Average Ratio Ratio Scattered Light Transmitted Light
0.2200 5423 24625

Constant Values 0.2200 5423 24625
0.2200 5423 24625

Nonconstant Value 0.2960 6939 23461
0.4390 10455 23789
0.2450 6007 24533
0.2920 6958 23841

(Average of 5 Values) 0.2440 5988 24491
0.2524 0.2420 5923 24510

0.2420 5929 24492
0.2420 5930 24473

 



 

CHAPTER IV 
 

TEST RESULTS AND ANALYSIS 
 
 

Mix Design Volumetric Properties 

Superpave mix design procedures were used to determine design asphalt 

content for all mixes.  Superpave specimens were prepared and tested according to 

MT-78 (31).  Hot mix asphalt (HMA) mix design volumetric properties at design 

asphalt content are shown in Table 4.1.  All Superpave mix designs met voids in 

mineral aggregate (VMA) criteria with the exception of the 19.0 mm gravel/limestone 

mix.  The minimum VMA criteria for 12.5 and 19.0 mm mixes is 14.0 and 13.0 

percent, respectively.  All Superpave mix designs met the dust/binder ratio (percent 

passing No. 200 sieve/effective binder percent) of 0.8 to 1.6.   All Stone matrix 

asphalt (SMA) mix designs were conducted according to MDOT MT-80 (32).  All 

SMA mix designs met the minimum voids in mineral aggregate (VMA) criteria of 17 

percent.  Complete mix design volumetric properties are shown in Appendix A 

(Tables A.1 through A.8). 

 
MT-59 – Boiling Test Results 

Approximately 100 g of loose HMA specimen was placed into 1000 ml of 

boiling water for 10 minutes.  Specimens were then evaluated by estimating the 
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percentage of the total aggregate visible area that retained its coating, with retained 

coating reported as above or below 95 percent.  Test results from MT-59 testing 

procedure are shown in Table 4.2.  All mixes tested indicated less than five percent 

coating loss.  Results indicate the boil test does not correctly evaluate mix moisture 

susceptibility since some of the aggregate (chert gravel) has a history of stripping.  

Reasons the test may not be capable of identifying stripping mixes include:  1) lack of 

induced pore pressure and 2) lack of severity (duration). 

 

 



 

Table 4.3 Indirect Tensile Strength Results (PG 67-22) 

Conditioned

Unconditioned

Conditioned 7.5 642.4 93.2

Unconditioned 7.5 926.8 134.5

Conditioned 7.4 698.5 101.4

Unconditioned 7.4 855.3 124.1

Conditioned 7.3 843.7 122.5

Unconditioned 7.3 880.9 127.9

Conditioned 7.6 644.9 93.6

Unconditioned 7.6 847.5 123.0

Conditioned 7.5 646.6 93.9

Unconditioned 7.5 773.2 112.2

Conditioned 7.8 654.1 94.9

Unconditioned 7.8 740.8 107.5

Conditioned 6.6 689.2 100.0

Unconditioned 6.6 1114.4 161.7

Conditioned 6.8 919.3 133.4

Unconditioned 6.8 1113.4 161.6

Conditioned 6.9 865.7 125.7

Unconditioned 6.9 998.9 145.0

Conditioned 7.2 756.2 109.8

Unconditioned 7.1 1128.2 163.8

Conditioned 7.3 893.6 129.7

Unconditioned 7.3 1049.4 152.3

Conditioned 7.2 856.2 124.3

Unconditioned 7.2 986.2 143.1

68.9

70.6

72.9

69.6

69.8

72.6

77.8

69.3

78.1

68.4

None

70.2Lime

66.7
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Lime
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69
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67
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12.5

19.0

12.5

19.0

Lime Plus     
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Lime Plus     
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Lime Plus     
Liquid Additive

Lime Plus     
Liquid Additive
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96
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62
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67
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Aggregate TypeAsphalt Binder Tensile Strength Ratio (TSR)Nominal Max Size 
(mm)

Antistripping 
Additive

Tensile 
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(psi)

Tensile 
Strength 

(kPa)
Saturation (%)Air Voids (%)
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Table 4.4 Indirect Tensile Strength Results (PG 76-22) 

Conditioned

Unconditioned

Conditioned 7.52 972.04 141.08

Unconditioned 7.45 1155.66 167.73

Conditioned 7.36 948.00 137.59

Unconditioned 7.22 1029.78 149.46

Conditioned 7.44 905.90 131.48

Unconditioned 7.33 1121.69 162.80

Conditioned 7.42 889.02 129.03

Unconditioned 7.39 1086.69 157.72

Conditioned 7.67 887.91 128.87

Unconditioned 7.44 1036.53 150.44

Conditioned 7.40 846.71 122.89

Unconditioned 7.35 1010.35 146.64

Conditioned 7.16 873.38 126.76

Unconditioned 7.14 1092.89 158.62

Conditioned 6.83 1032.88 149.91

Unconditioned 6.76 1158.14 168.09

Conditioned 6.92 884.26 128.34

Unconditioned 6.91 1090.00 158.20

Conditioned 7.62 832.24 120.79

Unconditioned 7.50 1121.07 162.71

Conditioned 7.31 977.35 141.85

Unconditioned 7.19 1212.85 176.03

Conditioned 7.51 854.57 124.03

Unconditioned 7.43 1107.98 160.81

Tensile 
Strength 

(kPa)
Air Voids (%) Saturation (%)Nominal Max Size 

(mm)

Tensile 
Strength 

(psi)

76

Gravel

12.5

None 73.03

Lime Plus Liquid 
Additive 68.43

Asphalt Binder Aggregate Type

19.0

None 69.04 82

Lime 71.68 86

Lime Plus Liquid 
Additive 68.31

Gravel/Limestone

12.5

None 79.73

Lime 75.77

Lime Plus Liquid 
Additive 79.04

19.0

None

Tensile Strength Ratio (TSR)Antistripping 
Additive

77

81

84

80

89

81

78.81 74

84

Lime

Lime Plus Liquid 
Additive 76.68

Lime 70.88 81

71.17 92
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   Figure 4.1 Tensile Strength Ratio Results (PG 67-22 and 76-22) 
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Table 4.5 Indirect Tensile Strength Results (SMA) 

Conditioned

Unconditioned

Conditioned 6.77 589.44 85.55

Unconditioned 6.69 649.73 94.30

Conditioned 7.48 648.00 94.05

Unconditioned 7.40 737.57 107.05

Conditioned 7.08 558.85 81.11

Unconditioned 7.04 652.48 94.70

Conditioned 6.94 622.92 90.41

Unconditioned 6.75 704.57 102.26

Conditioned 7.35 788.42 114.43

Unconditioned 7.24 839.75 121.88

Conditioned 6.97 704.71 102.28

Unconditioned 6.81 807.37 117.18

Conditioned 7.13 563.81 81.83

Unconditioned 6.98 625.61 90.80

Conditioned 7.08 639.05 92.75

Unconditioned 7.07 717.04 104.07

Conditioned 6.87 586.55 85.13

Unconditioned 6.86 770.44 111.82

Conditioned 6.38 735.03 106.68

Unconditioned 6.33 833.28 120.94

Conditioned 6.88 667.09 96.82

Unconditioned 6.86 717.66 104.16

Conditioned 6.45 727.52 105.59

Unconditioned 6.37 876.27 127.18

Asphalt Binder Aggregate Type Air Voids (%) Saturation (%)Nominal Max Size 
(mm)

Antistripping 
Additive

Tensile 
Strength 

(kPa)

Tensile 
Strength 

(psi)

SMA1 

Gravel

12.5

None 78.31

Lime Plus     
Liquid Additive 74.01

74.42

Lime Plus     
Liquid Additive 74.69

91

Lime 74.89 88

89

Lime Plus     
Liquid Additive

86

19.0

None 78.61 88

Lime 71.28 94

Lime Plus     
Liquid Additive 72.72

87

Gravel/Limestone

12.5

None 78.80 90

Lime 72.89

Tensile Strength Ratio (TSR)

83

76

19.0

None 71.79 88

Lime 74.27 93
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    Figure 4.2 Tensile Strength Ratio Results (SMA) 
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MIST:  Preliminary Evaluation Test Results 

First Phase 

There were two phases involved in the preliminary evaluation of the MIST.  

The first phase consisted of evaluating compacted HMA specimens to determine 

appropriate test parameters.  In order to complete all associated testing, a decision 

was made to selectively evaluate various pressures and test cycles with different 

mixes to see if trends were evident from the results.   

Initial testing was conducted on 12.5 mm (1/2 inch) gravel with no lime to 

evaluate the effect of test cycles (500, 750, and 1000 cycles) on turbidity ratio.  

Results are shown in Table 4.6 and Figure 4.3 and clearly show an increase in 

turbidity ratio with an increase in number of test cycles.  An increase in turbidity ratio 

indicates some stripping has occurred.   

Testing was conducted on 12.5 mm (1/2 inch) gravel/limestone mixes with no 

lime to evaluate the effect of test pressures [207, 345, and 482 kPa (30, 50, and 70 

psi)] on turbidity ratio.  Results are shown in Table 4.6 and Figure 4.4 and indicate an 

increase in turbidity ratio with an increase in pressure.  Evaluated test pressures 

resulted in approximately the same TSR value. 

Testing was also conducted on 19.0 mm (3/4 inch) gravel mixes with no lime 

to evaluate the effect of test cycles (500, 750, and 1000 cycles) on turbidity ratio.  

Results are shown in Table 4.6 and Figure 4.5 and clearly show an increase in 

turbidity ratio with an increase in test cycles.  Contrary to the 12.5 mm (1/2 inch) 

gravel results, the TSR values were approximately equivalent for all test cycles. 
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It was decided to test the 19.0 gravel/limestone mix with no lime at 482 kPa 

(70 psi) and 1000 test cycles because those parameters seemed to have the highest 

increase in turbidity ratio.  Results are shown in Table 4.6 and Figure 4.6 and indicate 

the average change in turbidity ratio was approximately 0.146. 

It was then decided to compare 12.5 mm (1/2 inch) gravel with and without 

lime and the 19.0 mm (3/4 inch) gravel with and without lime at a pressure of 482 

kPa (70 psi) and 1000 test cycles.  Results are shown in Table 4.6 and Figures 4.7 

through 4.8.  The average change in turbidity ratio for the 12.5 mm (1/2 inch) mix 

with no lime was 0.141 compared to 0.079 with lime.  Contrary to the 12.5 mm (1/2 

inch) mix, the turbidity ratio for the 19.0 mm (3/4 inch) with lime (0.158) was higher 

than without lime (0.129). 

 In summary, the first phase of testing indicated an increase of turbidity ratio 

with almost all mixes with an increase in number of test cycles and test pressure.  

Tensile strength data from the MIST did not follow the same trend as results from T-

283.  A possible explanation is MIST specimens were deformed during conditioning.  

Therefore, the true tensile strength was not able to be determined. 

 
Second Phase 

 The second phase of the preliminary evaluation involved tests of loose HMA 

specimens.  Loose specimens were evaluated because the first phase proved it would 

be difficult to correlate TSR from T-283 to TSR from MIST.  Mixes tested were 12.5 

mm (1/2 inch) gravel with no additive at pressures of 207 kPa (30 psi) and 482 kPa 

(70 psi) and test cycles of 1000, 3000, and 5000.  Results are shown in Table 4.7 and 
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Figures 4.9 through 4.11.  Results indicated the turbidity ratio increased for 

approximately 2000 cycles and then typically held constant for the next 3000 cycles. 

 
Table 4.6 Preliminary Evaluation Test Results (Phase 1) – Compacted Specimens 

Pressure (kPa) Cycles

12.5 Gravel, 67-22, none 7.32 8.69 -1.37 95 482 1000 0.372 0.205 0.167 90 69
12.5 Gravel, 67-22, none 7.34 7.88 -0.54 95 482 750 0.286 0.206 0.080 79 69
12.5 Gravel, 67-22, none 7.28 8.33 -1.05 95 482 500 0.265 0.200 0.065 70 69

12.5 Gravel/LMS, 67-22, none 6.82 8.30 -1.48 95 242 1000 0.183 0.138 0.045 71 62
12.5 Gravel/LMS, 67-22, none 6.28 8.37 -2.09 95 345 1000 0.220 0.150 0.070 72 62
12.5 Gravel/LMS, 67-22, none 6.32 8.31 -1.99 95 482 1000 0.299 0.144 0.155 72 62

19.0 Gravel, 67-22, none 7.48 8.80 -1.32 95 482 1000 0.345 0.208 0.137 74 76
19.0 Gravel, 67-22, none 7.24 8.16 -0.92 95 482 750 0.337 0.197 0.140 70 76
19.0 Gravel, 67-22, none 7.42 8.04 -0.62 95 482 500 0.262 0.196 0.066 73 76

19.0 Gravel/LMS, 67-22, none 6.90 7.80 -0.90 95 482 1000 0.325 0.203 0.122 80 67
19.0 Gravel/LMS, 67-22, none 6.83 8.11 -1.28 95 482 1000 0.381 0.209 0.172 71 67
19.0 Gravel/LMS, 67-22, none 7.05 8.24 -1.19 95 482 1000 0.354 0.208 0.146 65 67

12.5 Gravel, 67-22, none 7.03 8.31 -1.28 55 482 1000 0.373 0.205 0.168 90 69
12.5 Gravel, 67-22, none 7.03 8.30 -1.27 55 482 1000 0.334 0.221 0.114 75 69
12.5 Gravel, 67-22, with lime 7.04 7.37 -0.33 55 482 1000 0.274 0.206 0.068 81 82
12.5 Gravel, 67-22, with lime 6.90 7.35 -0.45 55 482 1000 0.284 0.195 0.089 90 82

19.0 Gravel, 67-22, none 7.14 7.91 -0.77 55 482 1000 0.345 0.204 0.141 74 76
19.0 Gravel, 67-22, none 6.99 7.91 -0.92 55 482 1000 0.326 0.209 0.117 64 76
19.0 Gravel, 67-22, with lime 7.30 7.64 -0.34 55 482 1000 0.380 0.200 0.180 61 84
19.0 Gravel, 67-22, with lime 6.78 7.42 -0.64 55 482 1000 0.333 0.198 0.135 65 84

T283 TSR
Conditioning Maximum 

Turbidity 
Ratio

Minimum 
Turbidity 

Ratio

Turbidity 
Ratio 

Difference

Specimen 
Height (mm)Mix MIST 

TSR

Avg. Air 
Voids at 

Start

 Avg. Air 
Voids at 

End

Air Void 
Change
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Table 4.7 Preliminary Evaluation Test Results (Phase 2) – Loose Specimens 

0.2012 0.2028 0.2020 0.2074 0.2040 0.2057 0.0037
0.1952 0.2023 0.1988 0.2068 0.2085 0.2077 0.0089
0.1667 0.1678 0.1673 0.1780 0.1724 0.1752 0.0079
0.1874 0.1911 0.1893 0.1978 0.2015 0.1997 0.0104
0.1936 0.1968 0.1952 0.2102 0.2204 0.2153 0.0201
0.1876 0.1953 0.1915 0.2146 0.2198 0.2172 0.0258
0.1680 0.1798 0.1739 0.2050 0.2110 0.2080 0.0341
0.2202 0.2380 0.2291 0.2510 0.2564 0.2537 0.0246
0.1728 0.1876 0.1802 0.2506 0.2504 0.2505 0.0703
0.1834 0.1965 0.1900 0.2464 0.2621 0.2543 0.0643
0.1920 0.1944 0.1932 0.2528 0.2540 0.2534 0.0602
0.1852 0.1898 0.1875 0.2631 0.2742 0.2687 0.0812

12.5 Gravel, 67-22, None

DifferenceAverage High Ratio (1) High Ratio (2) AverageLow Ratio (2)Mix Type

10000

3000

1000

10000

206

482

1000

Low Ratio (1)

3000

Pressure 
(kPa) Number of Cycles
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   Figure 4.3 12.5 mm Gravel - None – Compacted Specimens - Preliminary Evaluation 
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    Figure 4.4 12.5 mm Gravel/Limestone - None – Compacted Specimens - Preliminary Evaluation 
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      Figure 4.5 19.0 mm Gravel - None – Compacted Specimens - Preliminary Evaluation 
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Figure 4.6 19.0 mm Gravel/Limestone – None – Compacted Specimens - Preliminary Evaluation 
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  Figure 4.7 12.5 mm Gravel – With and Without Lime – Compacted Specimens - Preliminary Evaluation 
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Figure 4.8 19.0 mm Gravel – With and Without Lime – Compacted Specimens - Preliminary Evaluation 

 

- 70 -



 

y = 0.0022Ln(x) + 0.1639
R2 = 0.468
3000 Cycles

y = 0.0021Ln(x) + 0.1639
R2 = 0.6592
1000 Cycles

y = 0.0025Ln(x) + 0.1619
R2 = 0.4922
5000 Cycles

0.155

0.16

0.165

0.17

0.175

0.18

0.185

0 100 200 300 400 500 600

Time (minutes)

Tu
rb

id
ity

 R
at

io

 
Figure 4.9 12.5 mm Gravel – 206 kPa (30 psi) – None – Loose Specimens - Preliminary Evaluation  
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 Figure 4.10 12.5 mm Gravel – 482 kPa (70 psi) – None – Loose Specimens - Preliminary Evaluation 

 
 

- 72 -



 

0

0.01

0.02

0.03

0.04

0.05

0.06

0.07

0.08

0.09

A
ve

ra
ge

 T
ur

bi
di

ty
 R

at
io

 C
ha

ng
e

1000 Cycles 3000 Cycles 5000 Cycles

Cycle Period

Pressure (kPa)

1000 50003000100050003000

206 482

Mix Type 12.5 Gravel - PG 67-22 - None

 
Figure 4.11 Preliminary Evaluation (Phase 2) Test Results – Loose Specimens 
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Final Laboratory Evaluation 

Once the preliminary evaluation was complete, test parameters were selected 

which consisted of testing loose specimens for each mix design for 2000 cycles 

(approximately 240 minutes) at a pressure of 482 kPa (70 psi).  Loose specimens 

were selected for three primary reasons: 1) preliminary results indicated the same 

change in turbidity ratio could be achieved without having to compact specimens,    

2) testing of loose specimens would decrease the time necessary to perform a quality 

control test, and 3) TSR results from compacted specimens conditioned in MIST did 

not follow the same trend as results from T-283.   

After each test was complete, the two lowest and two highest average 

turbidity ratio values were calculated and are shown in Tables 4.8 through 4.10 and 

Figures 4.12 and 4.13.  In addition to the turbidity ratio obtained from the computer, a 

manual turbidity measurements was taken before and after testing and are shown in 

Tables 4.11 through 4.13 and Figures 4.14 and 4.15.  Additionally, the water pH 

before and after testing was measured and is shown in Tables 4.14 through 4.16 and 

Figures 4.16 and 4.17.  Results will be discussed in the statistical analysis section, 

later in this chapter. 

 



 

Table 4.8 Average Turbidity Ratio Difference (PG 67-22) 

0.1732 0.1904 0.1818 0.2414 0.2368 0.2391 0.0573
0.1728 0.1846 0.1787 0.2506 0.2494 0.2500 0.0713
0.2524 0.2692 0.2608 0.3984 0.3916 0.3950 0.1342
0.2462 0.2502 0.2482 0.4986 0.4996 0.4991 0.2509
0.2890 0.3492 0.3191 0.5678 0.5438 0.5558 0.2367
0.2472 0.2624 0.2548 0.4034 0.3932 0.3983 0.1435
0.1764 0.1916 0.1840 0.2388 0.2328 0.2358 0.0518
0.1782 0.1894 0.1838 0.2472 0.2458 0.2465 0.0627
0.2374 0.2480 0.2427 0.4054 0.3792 0.3923 0.1496
0.2460 0.2520 0.2490 0.4720 0.4670 0.4695 0.2205
0.2486 0.2782 0.2634 0.4665 0.4540 0.4603 0.1969
0.2422 0.2628 0.2525 0.4526 0.4510 0.4518 0.1993
0.1978 0.1978 0.1978 0.3298 0.3154 0.3226 0.1248
0.2544 0.2544 0.2544 0.4844 0.4796 0.4820 0.2276
0.2814 0.2814 0.2814 0.5092 0.5008 0.5050 0.2236
0.2662 0.2662 0.2662 0.4496 0.4402 0.4449 0.1787
0.2602 0.3066 0.2834 0.4852 0.4492 0.4672 0.1838
0.2338 0.2464 0.2401 0.4224 0.4212 0.4218 0.1817
0.2404 0.2470 0.2437 0.4080 0.4024 0.4052 0.1615
0.2468 0.2558 0.2513 0.4620 0.4556 0.4588 0.2075
0.2376 0.2574 0.2475 0.5078 0.4960 0.5019 0.2544
0.2456 0.2526 0.2491 0.4680 0.4602 0.4641 0.2150
0.2360 0.2646 0.2503 0.4274 0.4228 0.4251 0.1748
0.2396 0.2582 0.2489 0.4832 0.4271 0.4552 0.2063

Average Difference

19.0

None

Lime

Lime Plus     
Liquid Additive

19.0

None

Lime

High Turbidity 
Ratio (1)

High Turbidity 
Ratio (2)

Gravel/Limestone

12.5

None

Lime

Lime Plus     
Liquid Additive

Low Turbidity 
Ratio (1)Nominal Max Size (mm) Antistripping 

Additive

67

Gravel

12.5

None

Lime Plus     
Liquid Additive

Lime Plus     
Liquid Additive

Lime

Asphalt Binder Aggregate Type Low Turbidity 
Ratio (2) Average
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Table 4.9 Average Turbidity Ratio Difference (PG 76-22) 

0.2244 0.2242 0.2243 0.2838 0.2842 0.2840 0.0597
0.2256 0.2330 0.2293 0.3390 0.3382 0.3386 0.1093
0.2394 0.2490 0.2442 0.4908 0.4364 0.4636 0.2194
0.2400 0.2496 0.2448 0.4188 0.4018 0.4103 0.1655
0.2406 0.2622 0.2514 0.4448 0.4538 0.4493 0.1979
0.2402 0.2610 0.2506 0.4752 0.4464 0.4608 0.2102
0.2564 0.2490 0.2527 0.4814 0.4706 0.4760 0.2233
0.2128 0.2242 0.2185 0.3656 0.3638 0.3647 0.1462
0.2400 0.2506 0.2453 0.4800 0.4018 0.4409 0.1956
0.2400 0.2688 0.2544 0.4708 0.4430 0.4569 0.2025
0.2342 0.2504 0.2423 0.4658 0.4764 0.4711 0.2288
0.2476 0.2580 0.2528 0.4716 0.4630 0.4673 0.2145
0.2150 0.2244 0.2197 0.3996 0.3600 0.3798 0.1601
0.2438 0.2510 0.2474 0.5052 0.4904 0.4978 0.2504
0.2382 0.2510 0.2446 0.4548 0.4578 0.4563 0.2117
0.2444 0.2532 0.2488 0.4438 0.4472 0.4455 0.1967
0.2410 0.2552 0.2481 0.4904 0.4770 0.4837 0.2356
0.2392 0.2424 0.2408 0.4710 0.4552 0.4631 0.2223
0.2444 0.2528 0.2486 0.5008 0.5126 0.5067 0.2581
0.2174 0.2238 0.2206 0.4266 0.4174 0.4220 0.2014
0.2402 0.2636 0.2519 0.4788 0.4708 0.4748 0.2229
0.2390 0.2534 0.2462 0.4626 0.4538 0.4582 0.2120
0.2374 0.2536 0.2455 0.4762 0.4798 0.4780 0.2325
0.2394 0.2606 0.2500 0.4576 0.4398 0.4487 0.1987

Lime Plus     
Liquid Additive

Gravel/Limestone

12.5

None

Lime

Lime Plus     
Liquid Additive

19.0

None

Lime

Lime Plus     
Liquid Additive

Difference

76

Gravel

12.5

None

Lime

Lime Plus     
Liquid Additive

19.0

None

Lime

Average High Turbidity 
Ratio (1)

High Turbidity 
Ratio (2) AverageAsphalt Binder Aggregate Type Low Turbidity 

Ratio (1)
Low Turbidity 

Ratio (2)Nominal Max Size (mm) Antistripping 
Additive
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Figure 4.12 Average Turbidity Ratio Difference (PG 67-22 and 76-22) 
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Table 4.10 Average Turbidity Ratio Difference (SMA) 

0.2484 0.2506 0.2495 0.4616 0.4572 0.4594 0.2099

0.2390 0.2460 0.2425 0.4438 0.4656 0.4547 0.2122

0.2390 0.2530 0.2460 0.4936 0.4810 0.4873 0.2413

0.2414 0.2518 0.2466 0.4458 0.4422 0.4440 0.1974

0.2402 0.2532 0.2467 0.4656 0.4692 0.4674 0.2207

0.2416 0.2636 0.2526 0.4850 0.4748 0.4799 0.2273

0.2470 0.2534 0.2502 0.4616 0.4556 0.4586 0.2084

0.2554 0.2552 0.2553 0.4592 0.4578 0.4585 0.2032

0.2424 0.2486 0.2455 0.4676 0.4604 0.4640 0.2185

0.2432 0.2626 0.2529 0.4980 0.4882 0.4931 0.2402

0.2478 0.2464 0.2471 0.4688 0.4568 0.4628 0.2157

0.2428 0.2496 0.2462 0.4672 0.4488 0.4580 0.2118

0.2464 0.2548 0.2506 0.4848 0.4800 0.4824 0.2318

0.2420 0.2540 0.2480 0.4580 0.4568 0.4574 0.2094

0.2362 0.2448 0.2405 0.4638 0.4530 0.4584 0.2179

0.2396 0.2508 0.2452 0.4596 0.4460 0.4528 0.2076

0.2426 0.2614 0.2520 0.4690 0.4636 0.4663 0.2143

0.2374 0.2466 0.2420 0.4904 0.4856 0.4880 0.2460

0.2466 0.2622 0.2544 0.4968 0.4902 0.4935 0.2391

0.2462 0.2512 0.2487 0.4844 0.4780 0.4812 0.2325

0.2438 0.2530 0.2484 0.4868 0.4786 0.4827 0.2343

0.2382 0.2488 0.2435 0.4790 0.4696 0.4743 0.2308

0.2476 0.2598 0.2537 0.4842 0.4826 0.4834 0.2297

0.2466 0.2622 0.2544 0.4754 0.4564 0.4659 0.2115
1 SMA = Fiber Plus PG 76-22

Asphalt Binder Aggregate Type Low Turbidity 
Ratio (1)

Low Turbidity 
Ratio (2)Nominal Max Size (mm) Antistripping 

Additive Average High Turbidity 
Ratio (1)

High Turbidity 
Ratio (2) Average Difference

SMA1 

Gravel

12.5

None

Lime

Lime Plus     
Liquid Additive

19.0

None

Lime

Lime Plus     
Liquid Additive

Gravel/Limestone

12.5

None

Lime

Lime Plus     
Liquid Additive

19.0

None

Lime

Lime Plus     
Liquid Additive
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Figure 4.13 Average Turbidity Ratio Difference (SMA) 
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Table 4.11 Average Turbidity Difference (PG 67-22) 

0.40 0.40 0.40 3.50 3.40 3.45 3.05
0.90 0.80 0.85 2.50 2.60 2.55 1.70
0.69 0.73 0.71 1.80 1.60 1.70 0.99
1.10 0.70 0.90 1.60 1.50 1.55 0.65
0.65 0.55 0.60 4.30 3.60 3.95 3.35
0.50 0.60 0.55 2.40 2.50 2.45 1.90
0.30 0.40 0.35 1.40 1.10 1.25 0.90
1.20 0.80 1.00 1.60 1.70 1.65 0.65
1.30 1.30 1.30 5.40 4.50 4.95 3.65
1.60 1.50 1.55 2.40 3.10 2.75 1.20
0.60 0.60 0.60 1.80 1.90 1.85 1.25
0.50 0.50 0.50 1.90 1.50 1.70 1.20
0.60 0.70 0.65 2.10 2.20 2.15 1.50
0.40 0.40 0.40 4.00 4.20 4.10 3.70
0.80 0.90 0.85 3.50 3.20 3.35 2.50
0.90 0.80 0.85 2.20 2.00 2.10 1.25
0.80 0.43 0.62 1.70 1.60 1.65 1.04
0.40 0.40 0.40 1.60 1.70 1.65 1.25
1.10 0.80 0.95 2.30 2.30 2.30 1.35
0.80 0.70 0.75 1.90 1.60 1.75 1.00
0.90 0.80 0.85 2.20 2.00 2.10 1.25
1.40 1.00 1.20 1.50 1.60 1.55 0.35
0.50 0.40 0.45 1.60 1.80 1.70 1.25
0.70 0.80 0.75 1.80 1.70 1.75 1.00

Asphalt Binder Low Turbidity (1) 
(NTU)

Low Turbidity (2) 
(NTU)Aggregate Type Nominal Max Size (mm) Antistripping 

Additive Average High Turbidity (1) 
(NTU)

High Turbidity (2) 
(NTU) Average Difference

67

Gravel

12.5

None

Lime

Lime Plus     
Liquid Additive

19.0

None

Lime

Lime Plus     
Liquid Additive

Gravel/Limestone

12.5

None

Lime

Lime Plus     
Liquid Additive

19.0

None

Lime

Lime Plus     
Liquid Additive  
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Table 4.12 Average Turbidity Difference (PG 76-22) 

0.60 0.80 0.70 2.60 2.50 2.55 1.85
0.35 0.45 0.40 2.60 2.54 2.57 2.17
0.50 0.60 0.55 4.00 4.00 4.00 3.45
0.50 0.60 0.55 2.80 2.80 2.80 2.25
0.50 0.60 0.55 1.20 0.90 1.05 0.50
0.60 0.70 0.65 1.50 1.50 1.50 0.85
0.60 0.70 0.65 1.97 2.11 2.04 1.39
0.80 0.80 0.80 2.00 1.63 1.82 1.02
0.80 0.60 0.70 1.40 1.30 1.35 0.65
0.40 0.50 0.45 1.80 2.00 1.90 1.45
0.80 0.60 0.70 1.70 1.50 1.60 0.90
0.70 0.70 0.70 1.50 1.40 1.45 0.75
0.90 0.90 0.90 2.00 1.80 1.90 1.00
0.73 0.75 0.74 1.20 1.26 1.23 0.49
0.50 0.50 0.50 1.70 1.50 1.60 1.10
0.60 0.50 0.55 2.20 1.80 2.00 1.45
0.70 0.60 0.65 2.30 2.10 2.20 1.55
0.70 0.70 0.70 2.00 1.60 1.80 1.10
0.50 0.47 0.49 1.70 1.50 1.60 1.12
0.37 0.39 0.38 2.70 2.50 2.60 2.22
0.50 0.70 0.60 1.10 1.20 1.15 0.55
0.50 0.50 0.50 1.70 1.30 1.50 1.00
0.90 1.00 0.95 1.40 1.20 1.30 0.35
1.20 1.10 1.15 2.50 2.20 2.35 1.20

High Turbidity (1) 
(NTU)

High Turbidity (2) 
(NTU) Average DifferenceAggregate Type Low Turbidity (1) 

(NTU)
Low Turbidity (2) 

(NTU) AverageNominal Max Size (mm) Antistripping 
Additive

Gravel

12.5

None

Lime

Lime Plus     
Liquid Additive

19.0

None

Lime

Lime Plus     
Liquid Additive

Gravel/Limestone

12.5

None

Lime

Lime Plus     
Liquid Additive

19.0

None

Lime

Lime Plus     
Liquid Additive

Asphalt Binder

76
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Figure 4.14 Average Turbidity Difference (PG 67-22 and 76-22) 
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Table 4.13 Average Turbidity Difference (SMA) 

0.90 0.70 0.80 1.70 1.50 1.60 0.80

0.70 0.80 0.75 1.70 1.70 1.70 0.95

1.00 1.10 1.05 1.40 1.30 1.35 0.30

0.70 0.80 0.75 1.80 1.30 1.55 0.80

0.90 0.80 0.85 1.80 1.60 1.70 0.85

0.90 1.00 0.95 1.60 1.60 1.60 0.65

0.80 0.70 0.75 1.50 1.40 1.45 0.70

0.70 0.60 0.65 1.90 1.60 1.75 1.10

1.20 1.00 1.10 2.10 2.00 2.05 0.95

0.70 0.80 0.75 1.30 1.30 1.30 0.55

0.80 0.70 0.75 1.30 1.40 1.35 0.60

0.80 0.70 0.75 2.60 2.00 2.30 1.55

1.00 0.60 0.80 2.40 2.50 2.45 1.65

0.70 0.60 0.65 2.40 1.50 1.95 1.30

0.70 0.70 0.70 3.40 3.60 3.50 2.80

1.00 1.10 1.05 1.70 1.50 1.60 0.55

1.00 1.10 1.05 1.80 1.80 1.80 0.75

1.00 0.60 0.80 1.90 1.40 1.65 0.85

0.40 0.60 0.50 1.90 1.70 1.80 1.30

1.20 1.20 1.20 2.40 1.60 2.00 0.80

1.00 1.20 1.10 1.70 1.60 1.65 0.55

0.70 0.70 0.70 2.20 2.10 2.15 1.45

0.80 0.70 0.75 1.80 1.50 1.65 0.90

0.80 0.90 0.85 1.80 1.70 1.75 0.90
1 SMA = Fiber Plus PG 76-22

Aggregate Type Low Turbidity (1) 
(NTU)

Low Turbidity (2) 
(NTU) AverageNominal Max Size (mm) Antistripping 

Additive
High Turbidity (1) 

(NTU)
High Turbidity (2) 

(NTU) Average Difference

Gravel

12.5

None

Lime

Lime Plus     
Liquid Additive

19.0

None

Lime

Lime Plus     
Liquid Additive

Gravel/Limestone

12.5

None

Lime

Lime Plus     
Liquid Additive

19.0

None

Lime

Lime Plus     
Liquid Additive

Asphalt Binder

SMA
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    Figure 4.15 Average Turbidity Difference (SMA) 
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Table 4.14 Average pH Difference (PG 67-22) 

7.65 7.87 7.76 8.55 8.71 8.63 0.87
7.79 7.81 7.80 7.90 7.85 7.88 0.08
7.79 7.83 7.81 8.16 8.21 8.19 0.38
7.89 7.80 7.85 8.30 8.27 8.29 0.44
7.90 7.72 7.81 8.29 8.31 8.30 0.49
7.85 7.75 7.80 8.35 8.30 8.33 0.52
7.51 7.64 7.58 8.67 8.72 8.70 1.12
7.78 7.70 7.74 7.98 7.99 7.99 0.25
7.82 7.94 7.88 8.89 8.75 8.82 0.94
7.80 7.70 7.75 8.10 8.15 8.13 0.38
7.85 7.77 7.81 8.58 8.60 8.59 0.78
7.78 7.60 7.69 8.41 8.38 8.40 0.71
7.57 7.49 7.53 8.46 8.29 8.38 0.85
7.68 7.74 7.71 8.38 8.65 8.52 0.81
7.57 7.48 7.53 8.88 8.79 8.84 1.31
7.96 7.93 7.95 8.21 8.18 8.20 0.25
7.84 7.88 7.86 8.15 8.16 8.16 0.30
7.77 7.60 7.69 8.65 8.64 8.65 0.96
7.85 7.76 7.81 7.88 7.90 7.89 0.09
7.95 7.80 7.88 7.91 7.99 7.95 0.08
7.82 7.65 7.74 8.45 8.65 8.55 0.82
7.82 7.68 7.75 8.93 8.90 8.92 1.17
7.94 7.75 7.85 8.29 8.33 8.31 0.46
7.85 7.69 7.77 8.93 8.94 8.94 1.17

Asphalt Binder Aggregate Type Low pH (1) Low pH (2)Nominal Max Size (mm) Antistripping 
Additive Average High pH (1) High pH (2) Average Difference

67

Gravel

12.5

None

Lime

Lime Plus     
Liquid Additive

19.0

None

Lime

Lime Plus     
Liquid Additive

Gravel/Limestone

12.5

None

Lime

Lime Plus     
Liquid Additive

19.0

None

Lime

Lime Plus     
Liquid Additive  
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Table 4.15 Average pH Difference (PG 76-22) 

7.68 7.73 7.71 8.15 8.20 8.18 0.47
7.84 7.62 7.73 8.56 8.43 8.50 0.77
7.79 7.58 7.69 8.47 8.44 8.46 0.77
7.77 7.66 7.72 8.37 8.36 8.37 0.65
7.80 7.74 7.77 8.29 8.31 8.30 0.53
7.82 7.70 7.76 8.68 8.65 8.67 0.90
7.89 7.76 7.83 8.01 8.15 8.08 0.26
7.94 7.95 7.95 8.91 8.95 8.93 0.98
7.90 7.79 7.85 8.43 8.41 8.42 0.57
7.97 7.83 7.90 8.30 8.30 8.30 0.40
7.76 7.65 7.71 8.76 8.75 8.76 1.05
7.91 7.87 7.89 8.45 8.45 8.45 0.56
7.95 7.81 7.88 8.24 8.20 8.22 0.34
7.66 7.85 7.76 8.26 8.41 8.34 0.58
7.93 7.76 7.85 8.15 8.20 8.18 0.33
7.83 7.68 7.76 8.73 8.74 8.74 0.98
7.93 7.85 7.89 8.25 8.26 8.26 0.36
7.72 7.73 7.73 8.08 8.11 8.10 0.37
7.95 7.91 7.93 8.40 8.37 8.39 0.46
7.86 7.69 7.78 8.88 8.74 8.81 1.04
7.80 7.75 7.78 8.89 8.99 8.94 1.17
7.84 7.79 7.82 8.37 8.37 8.37 0.56
7.89 7.96 7.93 8.87 8.84 8.86 0.93
7.93 7.88 7.91 8.41 8.37 8.39 0.49

Asphalt Binder Aggregate Type Low pH (1) Low pH (2)Nominal Max Size (mm) Antistripping 
Additive Average High pH (1) High pH (2) Average Difference

76

Gravel

12.5

None

Lime

Lime Plus     
Liquid Additive

19.0

None

Lime

Lime Plus     
Liquid Additive

Gravel/Limestone

12.5

None

Lime

Lime Plus     
Liquid Additive

19.0

None

Lime

Lime Plus     
Liquid Additive  
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    Figure 4.16 Average pH Difference (PG 67-22 and 76-22) 
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Table 4.16 Average pH Difference (SMA) 

7.86 7.93 7.90 7.94 7.96 7.95 0.06
7.91 7.92 7.92 7.88 7.89 7.89 -0.03
7.88 7.91 7.90 8.32 8.27 8.30 0.40
7.90 7.88 7.89 7.94 7.97 7.96 0.06
7.99 7.92 7.96 8.03 8.02 8.03 0.07
7.93 7.87 7.90 8.57 8.61 8.59 0.69
7.86 7.85 7.86 7.90 7.94 7.92 0.06
7.91 7.87 7.89 7.89 7.88 7.89 -0.01
7.91 7.89 7.90 8.07 8.09 8.08 0.18
7.86 7.87 7.87 8.45 8.43 8.44 0.57
7.88 7.84 7.86 8.60 8.71 8.66 0.80
7.83 7.81 7.82 8.09 8.12 8.11 0.29
7.83 7.87 7.85 7.89 7.91 7.90 0.05
7.83 7.89 7.86 7.86 7.92 7.89 0.03
7.92 7.89 7.91 7.91 8.02 7.97 0.06
7.83 7.38 7.61 7.98 8.06 8.02 0.41
7.93 7.84 7.89 8.11 8.20 8.16 0.27
7.74 7.84 7.79 8.18 8.27 8.23 0.44
7.91 7.92 7.92 7.82 7.88 7.85 -0.07
7.82 7.66 7.74 7.82 7.88 7.85 0.11
7.64 7.60 7.62 8.44 8.49 8.47 0.85
7.97 7.92 7.95 8.08 8.07 8.08 0.13
7.92 7.81 7.87 8.04 8.11 8.08 0.21
7.89 7.88 7.89 8.15 8.15 8.15 0.27

1 SMA = Fiber Plus PG 76-22

Asphalt Binder Aggregate Type Low pH (1) Low pH (2)Nominal Max Size (mm) Antistripping 
Additive Average High pH (1) High pH (2) Average Difference

SMA1 

Gravel

12.5

None

Lime

Lime Plus     
Liquid Additive

19.0

None

Lime

Lime Plus     
Liquid Additive

Gravel/Limestone

12.5

None

Lime

Lime Plus     
Liquid Additive

19.0

None

Lime

Lime Plus     
Liquid Additive
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Figure 4.17 Average pH Difference (SMA)
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Analysis of Moisture Induced Stress Tester Results 

 Statistical analyses were conducted for three dependent variables:  turbidity 

ratio, turbidity, and pH.  Variables were analyzed relative to four independent 

variables:  aggregate size, aggregate type, asphalt binder type, and additive type.  

Analyses were conducted using Statistical Analysis System (SAS) software, version 

8.12 (38).  An analysis of variance (ANOVA) was performed to determine the 

significance of study factors and/or interaction of factors.  Class level information is 

shown in Table 4.17.  Independent variables were aggregate size (Size), aggregate 

type (AGG), asphalt binder type (AC), and additive type (Additive), evaluated at 2, 2, 

3, and 3 levels, respectively. 

 
Table 4.17 Class Level Information 

Class Levels
Aggregate Size (mm) 2 19.0

Aggregate Type 2 Gravel/Limestone
Asphalt Binder Type 3 67-22 76-22 SMA1 

Additive Type 3 None Hydrated Lime Hyd. Lime Plus Liquid Additive
1 SMA = Fiber Plus PG 76-22

Values
12.5

Gravel
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Analysis of Turbidity Ratio 

A summary of the ANOVA analysis for turbidity ratio is shown in Table 4.19.  

The analysis indicated that main level factors of aggregate, asphalt binder, and 

additive type were significant.  Significant interactions included: 1) aggregate 

type*additive type and 2)  asphalt binder type*additive type had a significant effect 

on specimen ratio.  The aggregate type indicates a difference because limestone is 

hydrophobic and gravel is hydrophobic.  The binder and additive type show a 

difference because the addition of polymers, fibers, and additives (hydrated lime and 

chemical agents) help to increase the adhesion strength between asphalt binder and 

aggregate.  Interactions indicate a difference likely due to the presence of significant 

main level factors. 
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Table 4.18 Summary of Statistical Analysis for Turbidity Ratio 

Source df SS MS F stat Prob. > F
Model 35 0.1294 0.0037 3.55 0.0001
Error 36 0.0375 0.001
Total 71 0.1669

R-Square Adj. R-Square Root MSE Mean
0.7756 16.2807 0.0323 0.1981

Source df Type I SS MS F stat Prob. > F
Size 1 0.0024 0.0024 2.28 0.1396
AGG 1 0.0166 0.0166 15.98 0.0003
AC 2 0.028 0.014 13.47 0.0001

Additive 2 0.0244 0.0122 11.71 0.0001
Size*AGG 1 0.0001 0.0001 0.09 0.7684
Size*AC 2 0.0022 0.0011 1.08 0.3512
AGG*AC 2 0.0054 0.0027 2.61 0.0871

Size*Additive 2 0.0016 0.0008 0.76 0.473
AGG*Additive 2 0.0186 0.0093 8.92 0.0007
AC*Additive 4 0.0158 0.0039 3.79 0.0113

Size*AGG*AC 2 0.0022 0.0011 1.04 0.365
Size*AGG*Additive 2 0.005 0.0003 0.26 0.7739
Size*AC*Additive 4 0.0033 0.0008 0.79 0.5375
AGG*AC*Additive 4 0.0073 0.0018 1.74 0.1616

Size*AGG*AC*Additive 4 0.0011 0.0003 0.25 0.9048

Dependent Variable: Turbidity Ratio
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A Tukey’s Studentized Range test was performed to determine the 

significance of aggregate size, aggregate type, asphalt binder type, and additive type.  

Test results are shown in Tables 4.19 through 4.22.  Results indicate average turbidity 

ratio change is significantly lower for gravel mixes than gravel/limestone mixes.  The 

analysis indicates average turbidity ratio change is significantly lower for PG 67-22 

specimens than PG 76-22 and SMA (fibers plus PG 76-22) mixes.  The analysis also 

indicates average turbidity ratio is significantly lower for specimens with no lime than 

those with hydrated lime and hydrated lime plus liquid additive.  Results are contrary 

to expected results and are likely a result of the way the change in turbidity ratio was 

measured.  MIST results are inaccurate, relative to manual turbidity measurements, 

due to an intake of air bubbles when conditioning water is measured.  Air bubbles 

(turbulence) cause the turbidity ratio to increase by approximately twice the 

magnitude of a normal reading.  Manual turbidity results are more accurate, relative 

to the MIST results, for two primary reasons: 1) no turbulence during measurements 

and 2) calibration capability between tests. 
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Table 4.19 Mean Comparison of Turbidity Ratio Change for Aggregate Size 

Aggregate Size Mean N Tukey Grouping1

19 0.2038 36 A
12.5 0.1924 36 A

Alpha = 0.05
df = 36
MSE = 0.0010
Critical Value of Studentized Range = 2.8682
Mininum Significant Difference = 0.0154
1Means With the Same Letter Are Not Significantly Different  

 
Table 4.20 Mean Comparison of Ratio Change for Aggregate Type 

Aggregate Type Mean N Tukey Grouping1

Gravel/Limestone 0.2133 36 A
Gravel 0.1829 36 B

Alpha = 0.05
df = 36
MSE = 0.0010
Critical Value of Studentized Range = 2.8682
Mininum Significant Difference = 0.0154
1Means With the Same Letter Are Not Significantly Different  
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Table 4.21 Mean Comparison of Ratio Change for AC Type 

AC Type Mean N Tukey Grouping2

SMA1 0.2213 24 A
76 0.1999 24 A
67 0.1731 24 B

Alpha = 0.05
df = 36
MSE = 0.0010
Critical Value of Studentized Range = 3.4568
Mininum Significant Difference = 0.0228
1 SMA = Fibers Plus PG 76-22
2Means With the Same Letter Are Not Significantly Different  

 
Table 4.22 Mean Comparison of Ratio Change for Additive Type 

Additive Type Mean N Tukey Grouping1

Lime 0.2118 24 A
Lime Plus Liquid 0.2104 24 A

None 0.1721 24 B
Alpha = 0.05
df = 36
Mininum Significant Difference = 0.0228
1Means With the Same Letter Are Not Significantly Different  
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Analysis of Turbidity 

A summary of the ANOVA analysis for turbidity is shown in Table 4.23.  The 

analysis indicated that main level factors of aggregate type and asphalt binder type 

were significant.  Interactions that were significant included: 1) aggregate 

type*asphalt binder type*additive type and  2) aggregate size*aggregate type*asphalt 

binder type*additive type.  Asphalt binder type is significant primarily because          

PG 67-22 is an unmodified binder in contrast to the PG 76-22 and SMA (fibers plus 

PG 76-22).  Polymers (included in PG 76-22 and SMA) and stabilizing fibers 

(included in SMA) increase adhesion between the asphalt binder and aggregate.  

Aggregate type is significant due to limestone aggregate having a greater affinity for 

asphalt binder than water in contrast to the gravel aggregate.  The significant 

interactions are likely due to the presence of one or more main level factors.  
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Table 4.23 Summary of Statistical Analysis for Turbidity 

Source df SS MS F stat Prob. > F
Model 35 27.78 0.7937 1.85 0.0354
Error 36 15.46 0.4294
Total 71 43.24

R-Square Adj. R-Square Root MSE Mean
0.6425 50.4092 0.6553 1.3

Source df Type I SS MS F stat Prob. > F
Size 1 0.1606 0.1606 0.37 0.5447
AGG 1 2.7222 2.7220 6.34 0.0164
AC 2 4.2658 2.1329 4.97 0.0124

Additive 2 1.0975 0.5488 1.28 0.2910
Size*AGG 1 0.0050 0.0050 0.01 0.9147
Size*AC 2 1.6769 0.8385 1.95 0.1567
AGG*AC 2 0.9603 0.4801 1.12 0.3380

Size*Additive 2 0.2853 0.1426 0.33 0.7196
AGG*Additive 2 0.3253 0.1626 0.38 0.6874
AC*Additive 4 0.9167 0.2292 0.53 0.7118

Size*AGG*AC 2 1.5258 0.7629 1.78 0.1837
Size*AGG*Additive 2 1.2475 0.6238 1.45 0.2474
Size*AC*Additive 4 3.1072 0.7768 1.81 0.1485
AGG*AC*Additive 4 4.5922 1.1481 2.67 0.0475

Size*AGG*AC*Additive 4 4.8917 1.2230 2.85 0.0378

Dependent Variable: Turbidity
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The significance of aggregate size, aggregate type, asphalt binder type, and 

additive type was determined through a Tukey’s Studentized Range test.  The test 

results are shown in Tables 4.24 through 4.27.  Results indicate the average turbidity 

change is significantly lower for gravel/limestone mixes than for gravel mixes.  This  

again is due to limestone being a hydrophobic aggregate.  Results indicate the average 

turbidity change is significant for different levels of asphalt binder, with SMA (fibers 

plus PG 76-22) having the lowest change likely due to the polymer modification and 

fibers further stiffening the asphalt binder.  There is no statistical difference among 

aggregate sizes when testing loose specimens because the type of stripping occurring 

is not a result of internal void structure, but more due to developed film thickness. 

 
Table 4.24 Mean Comparison of Turbidity Change for Aggregate Size 

Aggregate Size Mean N Tukey Grouping1

12.5 1.3472 36 A
19 1.2528 36 A

Alpha = 0.05
df = 36
MSE = 0.4294
Critical Value of Studentized Range = 2.8682
Mininum Significant Difference = 0.3133
1Means With the Same Letter Are Not Significantly Different  
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Table 4.25 Mean Comparison of Turbidity Change for Aggregate Type 

Aggregate Type Mean N Tukey Grouping1

Gravel 1.4944 36 A
Gravel/Limestone 1.1056 36 B

Alpha = 0.05
df = 36
MSE = 0.4294
Critical Value of Studentized Range = 2.8682
Mininum Significant Difference = 0.3133
1Means With the Same Letter Are Not Significantly Different  

 
Table 4.26 Mean Comparison of Turbidity Change for AC Type 

AC Type Mean N Tukey Grouping2

67 1.6042 24 A
76 1.2875 24 A , B

SMA1 1.0083 24 B
Alpha = 0.05
df = 36
MSE = 0.4294
Critical Value of Studentized Range = 3.4568
Mininum Significant Difference = 0.4624
1 SMA = Fibers Plus PG 76-22
2Means With the Same Letter Are Not Significantly Different  
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Table 4.27 Mean Comparison of Turbidity Change for Additive Type 

Additive Type Mean N Tukey Grouping1

None 1.4167 24 A
Lime 1.3542 24 A

Lime Plus Liquid 1.1292 24 A
Alpha = 0.05
df = 36
MSE = 0.4294
Critical Value of Studentized Range = 3.4568
Mininum Significant Difference = 0.4624
1Means With the Same Letter Are Not Significantly Different  
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Analysis of pH 

A summary of the ANOVA analysis for pH change is shown in Table 4.28.  

Results indicated that aggregate size, aggregate type, and additive type had no 

significant effect on specimen pH.  Asphalt type was the only factor to have a 

significant effect on pH.  Asphalt binder type is significant primarily because SMA 

includes fibers in contrast to PG 67-22 and 76-22.  The fibers increase adhesion 

strength between asphalt binder and aggregate.   
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Table 4.28 Summary of Statistical Analysis for pH Change 

Source df SS MS F stat Prob. > F
Model 35 5.02 0.14 1.3 0.2178
Error 36 3.97 0.11
Total 71 8.99

R-Square Adj. R-Square Root MSE Mean
0.5585 65.21 0.33 0.51

Source df Type I SS MS F stat Prob. > F
Size 1 0.0055 0.0055 0.05 0.8243
AGG 1 0.1258 0.1258 1.14 0.2924
AC 2 2.4955 1.2478 11.32 0.0002

Additive 2 0.5506 0.2753 2.5 0.0964
Size*AGG 1 0.0039 0.0039 0.04 0.8518
Size*AC 2 0.0758 0.0379 0.34 0.7114
AGG*AC 2 0.0115 0.0057 0.05 0.9494

Size*Additive 2 0.2818 0.1409 1.28 0.2907
AGG*Additive 2 0.1434 0.0717 0.65 0.5276
AC*Additive 4 0.2279 0.057 0.52 0.7237

Size*AGG*AC 2 0.3448 0.1724 1.56 0.223
Size*AGG*Additive 2 0.121 0.0605 0.55 0.5822
Size*AC*Additive 4 0.1486 0.0371 0.34 0.8511
AGG*AC*Additive 4 0.2789 0.0697 0.63 0.6424

Size*AGG*AC*Additive 4 0.2033 0.0508 0.46 0.7637

Dependent Variable: pH
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A Tukey’s Studentized Range test was performed to determine the 

significance of aggregate size, aggregate type, asphalt binder type, and additive type.  

Results are shown in Tables 4.29 through 4.32.  Results indicate average pH change 

is significantly lower for SMA (Fibers Plus PG 76-22) than for PG 67-22 and 76-22.  

This could be a result of polymer modified binder, stabilizing fibers, and higher 

asphalt content.  Polymer and fiber addition stiffens asphalt binder which likely 

resulted in less asphalt binder emulsification.     

 
Table 4.29 Mean Comparison of pH Change for Aggregate Size 

Aggregate Size Mean N Tukey Grouping1

19 0.5178 36 A
12.5 0.5002 36 A

Alpha = 0.05
df = 36
MSE = 0.1101
Critical Value of Studentized Range = 2.8682
Mininum Significant Difference = 0.1587
1Means With the Same Letter Are Not Significantly Different  
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Table 4.30 Mean Comparison of pH Change for Aggregate Type 

Aggregate Type Mean N Tukey Grouping1

Gravel/Limestone 0.5508 36 A
Gravel 0.4672 36 A

Alpha = 0.05
df = 36
MSE = 0.1102
Critical Value of Studentized Range = 2.8682
Mininum Significant Difference = 0.1587
1Means With the Same Letter Are Not Significantly Different  

 
Table 4.31 Mean Comparison of pH Change for AC Type   

AC Type Mean N Tukey Grouping2

76 0.6467 24 A
67 0.6346 24 A

SMA1 0.2458 24 B
Alpha = 0.05
df = 36
MSE = 0.1102
Critical Value of Studentized Range = 3.4568
Mininum Significant Difference = 0.2342
1SMA = Fiber Plus PG 76-22
2Means With the Same Letter Are Not Significantly Different  
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Table 4.32 Mean Comparison of pH Change for Additive Type   

Additive Type Mean N Tukey Grouping1

Lime 0.5742 24 A
Lime Plus Liquid 0.5675 24 A

None 0.3854 24 A
Alpha = 0.05
df = 36
MSE = 0.1102
Critical Value of Studentized Range = 3.4568
Mininum Significant Difference = 0.2342
1Means With the Same Letter Are Not Significantly Different  

 

 



 

CHAPTER V 
 

CONCLUSIONS AND RECOMMENDATIONS 
 

  
The study objective was to determine the ability of the Moisture Induced 

Stress Tester (MIST) to accurately predict HMA stripping and to develop associated 

test protocols.  The MIST was designed to detect stripping of laboratory prepared 

loose/compacted HMA specimens and/or field cores, by simulating field stripping 

mechanisms (water, repeated trafficking, and elevated in-place service temperatures).  

Turbidity ratio increase was monitored and recorded by the MIST with use of a 

software program and personal computer. 

 Boil Test (MT-59) and Resistance of Bituminous Paving Mixtures to 

Stripping – Vacuum Saturation Method (MT-63) were incorporated into the study to 

determine if there was a correlation with MIST results.  The following conclusions 

from each test will be presented. 
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MT-59 Boiling Test 

• Ineffective in measuring stripping.   

• All mixes retained an asphalt binder coating greater than 95 percent. 

 
MT-63 Indirect Tensile Strength Test 

• For PG 67-22 asphalt binder mixes, one-percent hydrated lime plus liquid additive 

mixes had higher TSRs than mixes with no lime and mixes with one-percent 

hydrated lime.   

• For PG 76-22 asphalt binder mixes, TSR for mixes with one-percent hydrated 

lime was higher than mixes with no lime and mixes with one-percent hydrated 

lime plus a liquid additive.   

• Comparison of the SMA (fibers plus PG 76-22) mixes indicated TSR was not 

influenced by antistripping additives. 

• TSR values for SMA mixes were generally higher than other mixes. 

 
Moisture Induced Stress Tester – Turbidity Ratio 

• For PG 67-22 gravel mixes, average turbidity ratios were highest for mixes with 

one-percent hydrated lime plus liquid additive than for mixes with no lime and 

mixes with one-percent hydrated lime.   

• Among PG 67-22 gravel/limestone mixes, mixes with one-percent hydrated lime 

had higher average turbidity ratios than mixes with no lime and mixes with one-

percent hydrated lime plus liquid additive.  
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• Among PG 76-22 mixes, the average turbidity ratio was highest for mixes with 

one-percent hydrated lime and liquid additive than mixes with no lime and mixes 

with one-percent hydrated lime.   

• Comparison among PG 67-22 and 76-22 mixes indicated the average turbidity 

ratio was approximately the same for all mixes.   

• Among SMA (fibers plus PG 76-22) mixes, none of the antistripping agents had 

an influence on average turbidity ratio. 

 
Manual Turbidity 

• Results indicated that there was not statistical difference among PG 67-22 mixes 

and PG 76-22 mixes or PG 76-22 mixes and SMA mixes.  However, there was 

statistical difference among PG 67-22 mixes and SMA mixes.  SMA mixes had 

the lowest change in average turbidity. 

• Comparison among aggregate types indicated the gravel/limestone mixes had a 

lower average turbidity difference than the gravel mixes. 

 
pH 

• Results among PG 67-22, PG 76-22, and SMA (fiber plus PG 76-22) gravel and 

gravel/limestone mixes indicate pH is not a reliable indicator for measuring 

stripping.   

• Results are scattered indicating no conclusive evidence that pH is effected by the 

three levels of antistripping additives.  
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Summary 

 In summary, MT-59 testing method is not an accurate test in identifying 

stripping of HMA mixes.  The test is not severe enough to identify mixes that are 

stripping susceptible.   

Although MT-63 is one of the most commonly used tests, it is not always 100 

percent accurate in identifying stripping susceptible mixes.  MT-63 results tend be 

highly variable due to specified allowable saturation levels and air void levels.  

However, some trends that were evident through testing are:  1) addition of the 

polymer to the asphalt binder increases the TSR and 2) addition of hydrated lime and 

hydrated lime plus liquid additive increases TSR.   

The MIST shows potential in its ability to measure stripping of HMA.  The 

data taken from the change in turbidity ratio clearly indicates that some form of 

stripping is occurring during the test.  Further MIST research must be performed 

before test parameters can be selected.  However, before further research is 

continued, several MIST modifications should be to improve it’s operation and 

stripping evaluation capability. 
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Suggested MIST Modifications 

Suggested MIST modifications are as follows: 

• Air pressure capability should be increased from 70 psi to 100 psi. 

• Water volume evaluated during testing should be reduced. 

• Conditioning water should be forced through the HMA specimen, not allowed 

to flow around. 

• pH meter should be installed. 

• Digital thermostat is needed to allow small incremental temperature 

adjustments. 

• Hydrocarbon sensor should be installed 

• Software used to collect the data should be Microsoft Excel format. 

• Software should only collect data during turbidity measurements. 

• A piston type device to force the water through the top and bottom of the 

specimen. 

• A turbidity sensor for each individual specimen so turbidity measurements are 

independent of each other. 

• All conditioning water should circulate through turbidity sensor instead of a 

small sample in the reservoir. 
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Table A.1 12.5 GRV – PG 67 and 76-22  
 
Aggregate Blend and Binder Properties Compaction Parameters
Apparent Specific Gravity (Gsa): 2.636 Superpave Gyratory Compactor: Pine

Effective Specific Gravity (Gse): 2.508 Ndesign, Gyrations: 96

Bulk Specific Gravity (Gsb): 2.437 Mold Diameter: 150 mm
Percent Passing 0.075 mm: 5.9

Asphalt Binder Gravity (Gb) 1.027

% Absorbed Asphalt (Pba) 1.19

Specimen Asphalt Dry Submerged SSD Gmb % Effective Dust 
Number Content Weight Weight Weight @ Ndes Gmm VTM VMA VFA Asphalt Proportion

(%) (gm) (gm) (gm) (%) (%) (%) (Pbe) (DP)
C7 4.0 4465.0 2467.0 4550.0 2.144 2.371 9.6 15.6 38.3 2.9 2.1
C8 4.0 4470.9 2467.7 4549.6 2.148 2.371 9.4 15.4 38.8 2.9 2.1

AVG 4.0 2.146 2.371 9.5 15.5 38.6 2.9 2.1

C9 5.0 4501.3 2461.8 4530.9 2.175 2.339 7.0 15.2 54.0 3.9 1.5
C10 5.0 4532.6 2487.4 4562.7 2.184 2.339 6.6 14.9 55.4 3.9 1.5
AVG 5.0 2.180 2.339 6.8 15.0 54.7 3.9 1.5

C11 6.0 4506.2 2480.7 4513.6 2.217 2.308 4.0 14.5 72.7 4.9 1.2
C12 6.0 4560.7 2519.5 4568.8 2.225 2.308 3.6 14.2 74.8 4.9 1.2
AVG 6.0 2.221 2.308 3.8 14.3 73.7 4.9 1.2

AASHTO T166 Results
Ndesign

 
 
 
Table A.2 19.0 GRV – PG 67 and 76-22  
 
Aggregate Blend and Binder Properties Compaction Parameters
Apparent Specific Gravity (Gsa): 2.622 Superpave Gyratory Compactor: Pine

Effective Specific Gravity (Gse): 2.500 Ndesign, Gyrations: 96

Bulk Specific Gravity (Gsb): 2.435 Mold Diameter: 150 mm
Percent Passing 0.075 mm: 5.6

Asphalt Binder Gravity (Gb) 1.027

% Absorbed Asphalt (Pba) 1.10

Specimen Asphalt Dry Submerged SSD Gmb % Effective Dust 
Number Content Weight Weight Weight @ Ndes Gmm VTM VMA VFA Asphalt Proportion

(%) (gm) (gm) (gm) (%) (%) (%) (Pbe) (DP)
C21 4.0 4465.3 2468.3 4515.3 2.181 2.365 7.8 14.0 44.6 2.9 1.9
C22 4.0 4474.6 2464.2 4517.9 2.179 2.365 7.9 14.1 44.3 2.9 1.9
AVG 4.0 2.180 2.365 7.8 14.0 44.4 2.9 1.9

C23 5.0 4522.3 2509.6 4564.3 2.201 2.333 5.7 14.1 59.9 4.0 1.4
C24 5.0 4518.6 2486.6 4542.3 2.198 2.333 5.8 14.2 59.4 4.0 1.4
AVG 5.0 2.200 2.333 5.7 14.2 59.7 4.0 1.4

C25 6.0 4562.3 2511.5 4572.0 2.214 2.302 3.8 14.5 73.7 5.0 1.1
C26 6.0 4574.8 2524.3 4580.3 2.225 2.302 3.3 14.1 76.3 5.0 1.1
AVG 6.0 2.220 2.302 3.6 14.3 75.0 5.0 1.1

Ndesign
AASHTO T166 Results
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Table A.3 12.5 GRV/LMS – PG 67 and 76-22  
 
Aggregate Blend and Binder Properties Compaction Parameters
Apparent Specific Gravity (Gsa): 2.672 Superpave Gyratory Compactor: Pine

Effective Specific Gravity (Gse): 2.559 Ndesign, Gyrations: 96

Bulk Specific Gravity (Gsb): 2.531 Mold Diameter: 150 mm
Percent Passing 0.075 mm: 4.9

Asphalt Binder Gravity (Gb) 1.027

% Absorbed Asphalt (Pba) 0.44

Specimen Asphalt Dry Submerged SSD Gmb % Effective Dust 
Number Content Weight Weight Weight @ Ndes Gmm VTM VMA VFA Asphalt Proportion

(%) (gm) (gm) (gm) (%) (%) (%) (Pbe) (DP)
C21 4.5 4458.1 2524.0 4485.4 2.273 2.398 5.2 14.2 63.5 4.1 1.2
C22 4.5 4482.9 2537.7 4506.7 2.277 2.398 5.0 14.1 64.2 4.1 1.2
AVG 4.5 2.275 2.398 5.1 14.2 63.8 4.1 1.2

C23 5.0 4494.1 2547.0 4506.9 2.293 2.381 3.7 13.9 73.5 4.6 1.1
5.0 4456.0 2526.5 4471.4 2.291 2.381 3.8 14.0 73.0 4.6 1.1

AVG 5.0 2.292 2.381 3.7 14.0 73.3 4.6 1.1

C25 5.5 4500.6 2568.1 4507.2 2.321 2.365 1.8 13.3 86.2 5.1 1.0
C26 5.5 4517.3 2577.0 4522.7 2.322 2.365 1.8 13.3 86.4 5.1 1.0
AVG 5.5 2.321 2.365 1.8 13.3 86.3 5.1 1.0

Ndesign
AASHTO T166 Results

 
 
 
Table A.4 19.0 GRV/LMS – PG 67 and 76-22  
 
Aggregate Blend and Binder Properties Compaction Parameters
Apparent Specific Gravity (Gsa): 2.676 Superpave Gyratory Compactor: Pine

Effective Specific Gravity (Gse): 2.586 Ndesign, Gyrations: 96

Bulk Specific Gravity (Gsb): 2.546 Mold Diameter: 150 mm
Percent Passing 0.075 mm: 5.0

Asphalt Binder Gravity (Gb) 1.027

% Absorbed Asphalt (Pba) 0.62

Specimen Asphalt Dry Submerged SSD Gmb % Effective Dust 
Number Content Weight Weight Weight @ Ndes Gmm VTM VMA VFA Asphalt Proportion

(%) (gm) (gm) (gm) (%) (%) (%) (Pbe) (DP)
C50 3.5 4416.2 2533.2 4461.5 2.181 2.456 11.2 17.3 35.5 2.9 1.7
C51 3.5 4423.9 2541.0 4463.6 2.179 2.456 11.3 17.4 35.3 2.9 1.7
AVG 3.5 2.180 2.456 11.2 17.4 35.4 2.9 1.7

C52 4.0 4457.8 2572.4 4518.5 2.291 2.438 6.0 13.6 55.6 3.4 1.5
C53 4.0 4450.8 2548.8 4479.5 2.305 2.438 5.4 13.1 58.4 3.4 1.5
AVG 4.0 2.298 2.438 5.7 13.4 57.0 3.4 1.5

C54 4.5 4473.0 2561.1 4488.6 2.321 2.421 4.1 13.0 68.1 3.9 1.3
C55 4.5 4457.7 2561.7 4475.4 2.329 2.421 3.8 12.6 70.1 3.9 1.3
AVG 4.5 2.325 2.421 4.0 12.8 69.1 3.9 1.3

Ndesign
AASHTO T166 Results
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Table A.5 12.5 GRV – SMA  
 
Aggregate Blend and Binder Properties Compaction Parameters
Apparent Specific Gravity (Gsa): 2.600 Superpave Gyratory Compactor: Pine

Effective Specific Gravity (Gse): 2.530 Ndesign, Gyrations: 96

Bulk Specific Gravity (Gsb): 2.383 Mold Diameter: 150 mm
Percent Passing 0.075 mm: 10.6

Asphalt Binder Gravity (Gb) 2.027

% Absorbed Asphalt (Pba) 4.94

Specimen Asphalt Dry Submerged SSD Gmb % Effective Dust 
Number Content Weight Weight Weight @ Ndes Gmm VTM VMA VFA Asphalt Proportion

(%) (gm) (gm) (gm) (%) (%) (%) (Pbe) (DP)
K10 6.0 4558.8 2460.4 4666.1 2.067 2.326 11.1 18.5 39.7 1.4 7.8
K11 6.0 4547.9 2456.8 4671.0 2.054 2.326 11.7 19.0 38.4 1.4 7.8
AVG 6.0 2.060 2.326 11.4 18.7 39.0 1.4 7.8

K12 7.0 4590.6 2454.9 4667.2 2.075 2.295 9.6 19.0 49.6 2.4 4.4
K13 7.0 4582.8 2445.5 4648.8 2.080 2.295 9.4 18.8 50.2 2.4 4.4
AVG 7.0 2.078 2.295 9.5 18.9 49.9 2.4 4.4

K14 8.0 4628.5 2456.7 4665.9 2.095 2.265 7.5 19.1 60.8 3.5 3.1
K15 8.0 4633.2 2449.7 4669.5 2.087 2.265 7.8 19.4 59.6 3.5 3.1
AVG 8.0 2.091 2.265 7.7 19.3 60.2 3.5 3.1

Ndesign
AASHTO T166 Results

 
 
 
Table A.6 19.0 GRV – SMA  
 
Aggregate Blend and Binder Properties Compaction Parameters
Apparent Specific Gravity (Gsa): 2.623 Superpave Gyratory Compactor: Pine

Effective Specific Gravity (Gse): 2.456 Ndesign, Gyrations: 96

Bulk Specific Gravity (Gsb): 2.410 Mold Diameter: 150 mm
Percent Passing 0.075 mm: 10.6

Asphalt Binder Gravity (Gb) 1.027

% Absorbed Asphalt (Pba) 0.80

Specimen Asphalt Dry Submerged SSD Gmb % Effective Dust 
Number Content Weight Weight Weight @ Ndes Gmm VTM VMA VFA Asphalt Proportion

(%) (gm) (gm) (gm) (%) (%) (%) (Pbe) (DP)
K10 6.0 4245.4 2306.8 4310.6 2.119 2.267 6.5 17.4 62.3 5.2 2.0
K11 6.0 4218.6 2290.3 4289.1 2.111 2.267 6.9 17.7 61.0 5.2 2.0
AVG 6.0 2.115 2.267 6.7 17.5 61.6 5.2 2.0

K12 7.0 4262.6 2299.1 4290.1 2.141 2.238 4.3 17.4 75.0 6.3 1.7
K13 7.0 4280.8 2318.9 4321.1 2.138 2.238 4.5 17.5 74.4 6.3 1.7
AVG 7.0 2.139 2.238 4.4 17.4 74.7 6.3 1.7

K14 8.0 4314.6 2325.5 4334.0 2.148 2.210 2.8 18.0 84.4 7.3 1.5
K15 8.0 4311.5 2330.7 4325.5 2.161 2.210 2.2 17.5 87.4 7.3 1.5
AVG 8.0 2.155 2.210 2.5 17.7 85.9 7.3 1.5

Ndesign
AASHTO T166 Results
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Table A.7 12.5 GRV/LMS – SMA  
 
Aggregate Blend and Binder Properties Compaction Parameters
Apparent Specific Gravity (Gsa): 2.658 Superpave Gyratory Compactor: Pine

Effective Specific Gravity (Gse): 2.575 Ndesign, Gyrations: 96

Bulk Specific Gravity (Gsb): 2.488 Mold Diameter: 150 mm
Percent Passing 0.075 mm: 10.2

Asphalt Binder Gravity (Gb) 1.027

% Absorbed Asphalt (Pba) 1.40

Specimen Asphalt Dry Submerged SSD Gmb % Effective Dust 
Number Content Weight Weight Weight @ Ndes Gmm VTM VMA VFA Asphalt Proportion

(%) (gm) (gm) (gm) (%) (%) (%) (Pbe) (DP)
L1 6.0 4226.4 2347.2 4312.9 2.150 2.362 9.0 18.8 52.3 4.7 2.2
L2 6.0 4218.1 2344.4 4294.5 2.163 2.362 8.4 18.3 54.0 4.7 2.2

AVG 6.0 2.157 2.362 8.7 18.5 53.2 4.7 2.2

L3 7.0 4265.1 2356.4 4318.5 2.174 2.329 6.7 18.7 64.4 5.7 1.8
L4 7.0 4278.3 2390.1 4364.5 2.167 2.329 7.0 19.0 63.3 5.7 1.8

AVG 7.0 2.170 2.329 6.8 18.9 63.8 5.7 1.8

L5 8.0 4313.9 2363.0 4338.2 2.184 2.298 5.0 19.2 74.2 6.7 1.5
L6 8.0 4317.7 2363.5 4337.0 2.188 2.298 4.8 19.1 74.9 6.7 1.5

AVG 8.0 2.186 2.298 4.9 19.2 74.6 6.7 1.5

Ndesign
AASHTO T166 Results

 
 
 
Table A.8 19.0 GRV/LMS – SMA 
 
Aggregate Blend and Binder Properties Compaction Parameters
Apparent Specific Gravity (Gsa): 2.707 Superpave Gyratory Compactor: Pine

Effective Specific Gravity (Gse): 2.633 Ndesign, Gyrations: 96

Bulk Specific Gravity (Gsb): 2.579 Mold Diameter: 150 mm
Percent Passing 0.075 mm: 10

Asphalt Binder Gravity (Gb) 1.027

% Absorbed Asphalt (Pba) 0.81

Specimen Asphalt Dry Submerged SSD Gmb % Effective Dust 
Number Content Weight Weight Weight @ Ndes Gmm VTM VMA VFA Asphalt Proportion

(%) (gm) (gm) (gm) (%) (%) (%) (Pbe) (DP)
S1 6.0 4249.3 2423.3 4286.9 2.280 2.407 5.3 16.9 68.8 5.2 1.9
S2 6.0 4242.1 2400.2 4282.1 2.254 2.407 6.3 17.8 64.4 5.2 1.9

AVG 6.0 2.267 2.407 5.8 17.4 66.6 5.2 1.9

S3 7.0 4304.5 2365.1 4252.6 2.281 2.373 3.9 17.8 78.0 6.2 1.6
S4 7.0 4310.6 2381.5 4266.4 2.287 2.373 3.6 17.5 79.3 6.2 1.6

AVG 7.0 2.284 2.373 3.8 17.6 78.7 6.2 1.6

S5 8.0 4283.6 2428.6 4292.6 2.298 2.340 1.8 18.0 90.0 7.3 1.4
S6 8.0 4293.8 2434.0 4299.2 2.302 2.340 1.6 17.9 90.9 7.3 1.4

AVG 8.0 2.300 2.340 1.7 18.0 90.5 7.3 1.4

Ndesign
AASHTO T166 Results
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Table B.1 12.5 GRV – PG 67-22 – None 
 

H4H3H2

70% Saturated

7.75 6.81 7.28

141.1 167.7

7.99

(B)  Height, in 

(A)  Diameter, in

H1

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

Sample Number
Conditioned Samples Unconditioned Samples

6 6 6 6 6 6

H5 H6

3.74 3.74

3459.6

3.74 3.74

3450.7 3456.5 3479.8 3473.1

3.74 3.74

1869.5

3457.2

1877.2 1871.61899.5 1882.7

3495.3 3490.5

2.311

3503.6

2.126 2.132 2.154 2.143

1869.5

3492.3 3490.8 3515.3

3545.9 3550.7 3557.6

2.311 2.311 2.311

73.4 75.0 70.7

N/A N/A 165.90697 170.3043

4833 4994 5092 5848

7.48 7.59

144.5 N/A

166.98503

2.138 2.136

2.3112.311

129.6 125.6 110.0

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

Tensile Strength (ST ) Calculations
6003 5886

N/A

137.1 141.7

84

Initial Vacuum Saturation Conditioning

Second Vacuum Saturation Conditioning (If required)

95.2 94.2 77.8 N  /  A

N  /  A

N/A N/A

3522.0

3554.4

3525.6

3557.0

3541.4 3544.4

N  /  A3540.3

3567.8

3556.8
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Table B.2 12.5 GRV – PG 67-22 – One-Percent Hydrated Lime  
 

Conditioned Samples Unconditioned Samples

6.64 7.15 7.00

96.8 104.2

6.85

L33

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

(L)  % Saturation  [100*(K/I)]

Sample Number

(B)  Height, in 

(A)  Diameter, in

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

 [H*(D - E)/100]

70% Saturated

6

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

6 6

L35 L38 L37L36L34

6 6 6

3.74

3511.8

3.74 3.74

3511.5 3487.2 3505.4

3.743.74 3.74

3503.1

1968.8 1966.31964.5

3550.9 3546.03548.3

3507.1

2.217 2.222 2.210 2.213

1969.1

3551.1 3548.8 3530.7

1968.5 1952.7

2.380 2.380 2.380 2.380

3584.9 3590.9 3572.2

71.8 75.7 75.4

N/A N/A 103.9 107.9

3290 3608 3341 3664

6.73 6.82

94.8 N/A

100.6

2.220 2.218

2.3802.380

108.4 104.9 112.8

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

Tensile Strength (ST ) Calculations
3804 3547

N/A

93.3 102.4

93

Initial Vacuum Saturation Conditioning

Second Vacuum Saturation Conditioning (If required)

77.8 79.4 85.0 N  /  A

N  /  A

N/A N/A

3566.7

3593.8

3569.2

3595.4

3583.0 3584.9

N  /  A3549.2

3577.4

3566.2
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Table B.3 12.5 GRV – PG 67-22 – One-Percent Hydrated Lime Plus Liquid Additive   

 

3482.3 3500.8

3474.8

3504.8

3492.8

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

3720 4080

N/A

83.4 89.5

76

N/A N/A

7.63 7.57

N  /  A

124.0 121.6 120.2

3463.7

3494.7

3482.6

3513.0

2.131 2.132

2.3072.307

86.1 N/A

115.74905N/A N/A 119.15343 105.5359

N  /  A

Tensile Strength (ST ) Calculations
2940 3156 3036 4200

69.4 68.9 79.5

3481.6 3499.5 3504.2

86.1 83.8 95.5

2.307 2.307 2.307 2.307

1830.7

3426.5 3442.9

1840.7

2.128 2.132 2.134 2.131

3445.8 3431.03435.3 3427.6

1842.3 1834.41837.6 1832.8

3404.73395.5 3415.7

3.74 3.74

3416.9

3.74 3.74

3408.7 3398.9

6 6

3.74 3.74

6 6 6 6

55% Saturated

(G)  Theoretical Maximum Gravity

(I)  Volume of Air Voids

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

80% Saturated

Initial Vacuum Saturation Conditioning

Second Vacuum Saturation Conditioning (If required)

N  /  A

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(B)  Height, in 

(A)  Diameter, in

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

(S)  Average ST , psi

70% Saturated

7.59 7.52 7.62

86.4 113.5

7.77(H)  % Air Voids [100*(1-F/G)]

 [J - C]

C41C40C39
Conditioned Samples Unconditioned Samples

Sample Number C37 C38 C42
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Table B.4 19.0 GRV – PG 67-22 – None 

 

3482.3 3500.8

3474.8

3504.8

3492.8

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

3720 4080

N/A

83.4 89.5

76

N/A N/A

7.63 7.57

N  /  A

124.0 121.6 120.2

3463.7

3494.7

3482.6

3513.0

2.131 2.132

2.3072.307

86.1 N/A

115.74905N/A N/A 119.15343 105.5359

N  /  A

Tensile Strength (ST ) Calculations
2940 3156 3036 4200

69.4 68.9 79.5

3481.6 3499.5 3504.2

86.1 83.8 95.5

2.307 2.307 2.307 2.307

1830.7

3426.5 3442.9

1840.7

2.128 2.132 2.134 2.131

3445.8 3431.03435.3 3427.6

1842.3 1834.41837.6 1832.8

3404.73395.5 3415.7

3.74 3.74

3416.9

3.74 3.74

3408.7 3398.9

6 6

3.74 3.74

6 6 6 6

55% Saturated

(G)  Theoretical Maximum Gravity

(I)  Volume of Air Voids

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

80% Saturated

Initial Vacuum Saturation Conditioning

Second Vacuum Saturation Conditioning (If required)

N  /  A

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(B)  Height, in 

(A)  Diameter, in

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

(S)  Average ST , psi

70% Saturated

7.59 7.52 7.62

86.4 113.5

7.77(H)  % Air Voids [100*(1-F/G)]

 [J - C]

C41C40C39
Conditioned Samples Unconditioned Samples

Sample Number C37 C38 C42
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Table B.5 19.0 GRV – PG 67-22 – One-Percent Hydrated Lime  
 

3510.4 3498.2

3488.2

3518.6

3506.4

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

3391 4261

N/A

90.9 95.7

84

N/A N/A

7.52 7.19

N  /  A

112.8 120.0 121.7

3493.5

3521.7

3480.2

3510.2

2.134 2.141

2.3072.307

95.0 N/A

120.9N/A N/A 119.6 96.2

N  /  A

Tensile Strength (ST ) Calculations
3204 3372 3348 4215

69.9 69.5 69.9

3510.3 3497.6 3506.3

78.8 83.4 85.1

2.307 2.307 2.307 2.307

1855.3

3455.5 3437.6

1837.7

2.144 2.134 2.132 2.141

3429.9 3447.43444.9 3430.2

1834.0 1848.11840.2 1838.2

3424.23431.5 3414.2

3.74 3.74

3404.9

3.74 3.74

3421.2 3407.7

6 6

3.74 3.74

6 6 6 6

55% Saturated

(G)  Theoretical Maximum Gravity

(I)  Volume of Air Voids

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

80% Saturated

Initial Vacuum Saturation Conditioning

Second Vacuum Saturation Conditioning (If required)

N  /  A

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(B)  Height, in 

(A)  Diameter, in

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

(S)  Average ST , psi

70% Saturated

7.50 7.59 7.22

93.8 112.2

7.05(H)  % Air Voids [100*(1-F/G)]

 [J - C]

E22E21E19
Conditioned Samples Unconditioned Samples

Sample Number E20 E23 E24

 
 
 
 

 



 - 126 -
Table B.6 19.0 GRV – PG 67-22 – One-Percent Hydrated Lime Plus Liquid Additive  
 

3499.1 3497.1

3461.9

3493.8

3481.0

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

3960 3760

N/A

98.2 92.2

88

N/A N/A

7.75 7.99

N  /  A

121.7 124.9 127.5

3480.8

3511.3

3478.4

3509.6

2.128 2.123

2.3072.307

94.5 N/A

106.7N/A N/A 103.6 112.3

N  /  A

Tensile Strength (ST ) Calculations
3460 3250 3330 3650

67.7 68.9 75.2

3496.3 3495.8 3487.7

82.4 86.1 95.9

2.307 2.307 2.307 2.307

1837.3

3438.8 3439.5

1836.6

2.132 2.127 2.123 2.131

3430.3 3435.73418.9 3436.9

1830.2 1830.51821.2 1836.8

3407.33413.9 3409.7

3.74 3.74

3405.4

3.74 3.74

3391.8 3409.5

6 6

3.74 3.74

6 6 6 6

55% Saturated

(G)  Theoretical Maximum Gravity

(I)  Volume of Air Voids

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

80% Saturated

Initial Vacuum Saturation Conditioning

Second Vacuum Saturation Conditioning (If required)

N  /  A

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(B)  Height, in 

(A)  Diameter, in

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

(S)  Average ST , psi

70% Saturated

7.79 7.98 7.64

94.9 107.5

7.60(H)  % Air Voids [100*(1-F/G)]

 [J - C]

C90C89C87
Conditioned Samples Unconditioned Samples

Sample Number C88 C91 C92
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Table B.7 12.5 GRV/LMS – PG 67-22 – None  
 

3684.1 3674.1

3657.8

3684.0

3673.5

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

5076 5419

N/A

98.7 86.1

62

N/A N/A

6.90 6.70

N  /  A

106.5 109.4 104.6

3668.1

3694.7

3657.7

3685.0

2.219 2.224

2.3842.384

95.3 N/A

153.7363N/A N/A 155.46686 144.00544

N  /  A

Tensile Strength (ST ) Calculations
3480 3036 3360 5480

69.1 76.2 72.0

3683.1 3680.8 3675.6

73.6 83.3 75.3

2.384 2.384 2.384 2.384

2020.1

3640.7 3632.3

2013.9

2.227 2.223 2.230 2.235

3618.0 3633.13628.3 3649.5

2001.6 2014.52013.5 2029.0

3600.33609.5 3597.5

3.74 3.74

3587.5

3.74 3.74

3600.3 3621.8

6 6

3.74 3.74

6 6 6 6

55% Saturated

(G)  Theoretical Maximum Gravity

(I)  Volume of Air Voids

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

80% Saturated

Initial Vacuum Saturation Conditioning

Second Vacuum Saturation Conditioning (If required)

N  /  A

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(B)  Height, in 

(A)  Diameter, in

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

(S)  Average ST , psi

70% Saturated

6.76 6.48 6.25

93.4 151.1

6.57(H)  % Air Voids [100*(1-F/G)]

 [J - C]

A41A38A36
Conditioned Samples Unconditioned Samples

ample Number A37 A39 A40S
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Table B.8 12.5 GRV/LMS – PG 67-22 – One-Percent Hydrated Lime 
 

Second Vacuum Saturation Conditioning (If required)

N  /  A

N/A N/A

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

5562 5581

N/A

129.8 140.5

83

N  /  A

117.3 103.4 111.1

3653.6

3682.9

3659.9

3685.7

3647.1

3674.9

2.219 2.223

2.3842.384

130.1 N/A

158.3N/A N/A 168.7 157.8

N  /  A

Tensile Strength (ST ) Calculations
4574 4951 4585 5945

79.2

3680.8 3681.6 3674.0

91.7 78.6 88.0

2.384 2.384 2.384 2.384

3621.1

2.212 2.231 2.220 2.227

2007.5

3598.9

2007.2 2009.9

3630.3 3633.3

2018.6 2004.6 2007.8

3619.9 3623.8 3629.0

3.74

3589.1 3603.0 3586.0 3592.7

3.74 3.74

3586.5

3.74

Conditioned Samples Unconditioned Samples

6 6 6 6

D18

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

3.74 3.74(B)  Height, in 

ample Number

(A)  Diameter, in

D15

6 6

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

3671.2 3675.470% Saturated

78.2 76.0

Initial Vacuum Saturation Conditioning

3663.8

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

6.40 6.88 6.59 6.94 6.76

133.4 161.6

7.23

D13 D17D16D14S
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Table B.9 12.5 GRV/LMS – PG 67-22 – One-Percent Hydrated Lime Plus Liquid 

Additive 
 

Second Vacuum Saturation Conditioning (If required)

N  /  A

N/A N/A

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

4990 5241

N/A

125.7 123.1

87

N  /  A

109.2 113.6 112.1

3660.2

3687.5

3659.7

3688.1

3661.0

3689.1

2.224 2.214

2.3842.384

128.1 N/A

148.7N/A N/A 144.7 141.6

N  /  A

Tensile Strength (ST ) Calculations
4431 4340 4516 5100

76.5

3686.1 3687.0 3685.2

86.0 89.8 85.8

2.384 2.384 2.384 2.384

3637.8

2.223 2.217 2.219 2.223

2012.6

3594.3

2005.3 2005.4

3631.9 3628.1

2005.6 2008.4 2015.0

3630.3 3619.5 3628.9

3.74

3600.1 3597.2 3599.4 3606.9

3.74 3.74

3590.1

3.74

Conditioned Samples Unconditioned Samples

6 6 6 6

C98

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

3.74 3.74(B)  Height, in 

Sample Number

(A)  Diameter, in

C97

6 6

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

3676.5 3676.770% Saturated

78.8 79.0

Initial Vacuum Saturation Conditioning

3677.9

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

7.00 6.91 6.77 6.71 7.13

125.7 145.0

6.74

C94 C96C95C93
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Table B.10 19.0 GRV/LMS – PG 67-22 – None  
 

Conditioned Samples Unconditioned Samples

7.06 7.39 7.06

101.4 152.1

7.03

A44

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

(L)  % Saturation  [100*(K/I)]

ample Number

(B)  Height, in 

(A)  Diameter, in

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

 [H*(D - E)/100]

70% Saturated

6

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

6 6

A46 A47 A45A43A42

6 6 6

3.74

3639.5

3.74 3.74

3637.1 3605.4 3610.1

3.743.74 3.74

3601.4

2055.3 2024.22035.2

3666.5 3635.73639.6

3625.9

2.251 2.250 2.242 2.250

2044.0

3654.9 3668.8 3638.4

2052.3 2030.4

2.421 2.421 2.421 2.421

3702.5 3718.3 3688.5

67.7 71.1 70.0

N/A N/A 141.28193 165.11261

3451 3747 3520 4980

6.70 7.69

99.9 N/A

149.79289

2.259 2.235

2.4212.421

113.2 114.2 118.8

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

Tensile Strength (ST ) Calculations
5820 5280

N/A

97.9 106.3

67

Initial Vacuum Saturation Conditioning

Second Vacuum Saturation Conditioning (If required)

76.6 81.2 83.1 N  /  A

N  /  A

N/A N/A

3688.2

3716.5

3699.9

3728.4

3705.1 3717.0

N  /  A3670.7

3700.4

3688.5

S
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Table B.11 19.0 GRV/LMS – PG 67-22 – One-Percent Hydrated Lime 
 

Conditioned Samples Unconditioned Samples

7.06 7.53 7.86

129.7 152.3

7.18

D19

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

(L)  % Saturation  [100*(K/I)]

ample Number

(B)  Height, in 

(A)  Diameter, in

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

 [H*(D - E)/100]

70% Saturated

6

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

6 6

D20 D23 D24D22D21

6 6 6

3.74

3621.3

3.74 3.74

3621.8 3611.2 3607.2

3.743.74 3.74

3635.1

2040.5 2052.22030.2

3656.7 3664.83647.3

3618.3

2.247 2.250 2.239 2.231

2037.3

3647.4 3655.7 3646.7

2046.1 2033.7

2.421 2.421 2.421 2.421

3704.2 3697.0 3693.1

74.3 66.2 67.5

N/A N/A 149.4 155.0

4562 4784 4369 5265

7.45 6.89

123.9 N/A

152.6

2.241 2.254

2.4212.421

115.6 113.6 121.4

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

Tensile Strength (ST ) Calculations
5463 5378

N/A

129.4 135.7

85

Initial Vacuum Saturation Conditioning

Second Vacuum Saturation Conditioning (If required)

85.9 75.2 81.9 N  /  A

N  /  A

N/A N/A

3681.9

3710.7

3684.3

3712.7

3699.2 3701.3

N  /  A3678.0

3708.3

3696.2

S
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Table B.12 19.0 GRV/LMS – PG 67-22 – One-Percent Hydrated Lime Plus Liquid 

Additive  
 

Conditioned Samples Unconditioned Samples

6.99 7.57 7.23

124.3 143.1

7.14

C99

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

(L)  % Saturation  [100*(K/I)]

Sample Number

(B)  Height, in 

(A)  Diameter, in

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

 [H*(D - E)/100]

70% Saturated

6

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

6 6

C100 C104 C103C102C101

6 6 6

3.74

3614.0

3.74 3.74

3619.7 3615.9 3613.2

3.743.74 3.74

3619.6

2038.3 2039.92042.5

3644.1 3651.83651.3

3620.2

2.248 2.252 2.238 2.246

2040.5

3650.8 3649.5 3647.1

2042.0 2031.2

2.421 2.421 2.421 2.421

3698.0 3698.2 3698.5

67.7 69.9 67.5

N/A N/A 141.3 144.8

4151 4427 4562 4979

7.04 7.25

129.4 N/A

143.4

2.251 2.246

2.4212.421

115.0 112.4 122.3

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

Tensile Strength (ST ) Calculations
5103 5053

N/A

117.8 125.6

87

Initial Vacuum Saturation Conditioning

Second Vacuum Saturation Conditioning (If required)

77.8 78.5 82.6 N  /  A

N  /  A

N/A N/A

3683.4

3712.2

3681.5

3709.6

3700.7 3698.4

N  /  A3683.2

3713.8

3701.5
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Table B.13 12.5 GRV – PG 76-22 – None  
 

H4H3H2

70% Saturated

7.75 6.81 7.28

141.1 167.7

7.99

(B)  Height, in 

(A)  Diameter, in

H1

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

ample Number
oned Samples Unconditioned Samples

6 6 6 6 6 6

H5 H6

3.74 3.74

3459.6

3.74 3.74

3450.7 3456.5 3479.8 3473.1

3.74 3.74

1869.5

3457.2

1877.2 1871.61899.5 1882.7

3495.3 3490.5

2.311

3503.6

2.126 2.132 2.154 2.143

1869.5

3492.3 3490.8 3515.3

3545.9 3550.7 3557.6

2.311 2.311 2.311

73.4 75.0 70.7

N/A N/A 165.90697 170.3043

4833 4994 5092 5848

7.48 7.59

144.5 N/A

166.98503

2.138 2.136

2.3112.311

129.6 125.6 110.0

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

Tensile Strength (ST ) Calculations
6003 5886

N/A

137.1 141.7

84

Initial Vacuum Saturation Conditioning

Second Vacuum Saturation Conditioning (If required)

95.2 94.2 77.8 N  /  A

N  /  A

N/A N/A

3522.0

3554.4

3525.6

3557.0

3541.4 3544.4

N  /  A3540.3

3567.8

3556.8

Conditi
S
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Table B.14 12.5 GRV – PG 76-22 – One-Percent Hydrated Lime  
 

Second Vacuum Saturation Conditioning (If required)

N  /  A

N/A N/A

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

5197 5333

N/A

136.2 137.6

92

N  /  A

128.4 116.9 112.2

3524.5

3556.6

3543.5

3572.7

3533.0

3561.1

2.150 2.141

2.3112.311

139.0 N/A

151.3N/A N/A 149.7 147.4

N  /  A

Tensile Strength (ST ) Calculations
4800 4850 4900 5275

72.2

3546.8 3559.8 3552.3

92.9 80.6 81.0

2.311 2.311 2.311 2.311

3508.9

2.128 2.144 2.150 2.142

1863.7

3459.8

1882.2 1869.2

3486.6 3501.8

1879.4 1880.2 1882.4

3494.5 3499.5 3485.2

3.74

3453.9 3479.2 3471.3 3483.5

3.74 3.74

3476.6

3.74

Conditioned Samples Unconditioned Samples

6 6 6 6

J5

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

3.74 3.74(B)  Height, in 

ample Number

(A)  Diameter, in

J3

6 6

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

3543.7 3561.070% Saturated

72.4 68.9

Initial Vacuum Saturation Conditioning

3549.9

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

7.21 6.95 7.33 6.98 7.36

137.6 149.5

7.91

J2 J6J4J1S
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Table B.15 12.5 GRV – PG 76-22 – One-Percent Hydrated Lime Plus Liquid 

Additive  
 

Second Vacuum Saturation Conditioning (If required)

N  /  A

N/A N/A

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

5484 5877

N/A

134.9 134.8

81

N  /  A

121.7 118.9 121.0

3528.1

3558.5

3537.0

3566.7

3526.8

3557.1

2.140 2.144

2.3112.311

124.8 N/A

166.7N/A N/A 166.1 155.6

N  /  A

Tensile Strength (ST ) Calculations
4754 4750 4399 5854

68.2

3544.9 3551.9 3542.8

83.8 80.3 82.5

2.311 2.311 2.311 2.311

3497.3

2.137 2.142 2.138 2.138

1866.7

3474.0

1870.9 1876.3

3486.1 3495.5

1874.4 1872.3 1872.3

3490.6 3488.9 3496.5

3.74

3461.1 3471.6 3460.3 3474.5

3.74 3.74

3461.9

3.74

Conditioned Samples Unconditioned Samples

6 6 6 6

A93

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

3.74 3.74(B)  Height, in 

Sample Number

(A)  Diameter, in

A92

6 6

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

3546.3 3554.870% Saturated

68.8 67.5

Initial Vacuum Saturation Conditioning

3545.0

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

7.33 7.48 7.48 7.42 7.22

131.5 162.8

7.52

A91 A90A89A88
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Table B.16 19.0 GRV – PG 76-22 – None  
 

Conditioned Samples Unconditioned Samples

7.00 7.55 7.48

129.0 157.7

7.71

H7

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

(L)  % Saturation  [100*(K/I)]

ample Number

(A)  Diameter, in

(B)  Height, in 

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

 [H*(D - E)/100]

70% Saturated

6

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

6 6

H10 H11 H8 H9 H12

6 6 6

3.74 3.74

3426.1

3.74 3.74

3420.9 3417.4 3394.0 3413.0

2.134

3.74 3.74

3387.5

1864.7 1847.71861.2

3463.5 3436.43460.2

2.307

1858.3

3465.0 3456.4 3440.1

1863.5 1848.8

2.129 2.145 2.133

3504.2 3494.7 3478.8

2.307 2.307 2.307

67.3 69.3 70.6

N/A N/A 160.28974 162.89977

4365 4930 4350 5650

7.11 7.57

123.4 N/A

149.96311

2.143 2.132

2.3072.307

123.9 111.6 120.1

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

Tensile Strength (ST ) Calculations
5742 5286

N/A

123.8 139.9

82

Initial Vacuum Saturation Conditioning

Second Vacuum Saturation Conditioning (If required)

83.3 77.3 84.8 N  /  A

N  /  A

N/A N/A

3489.0

3520.0

3478.8

3506.7

3507.6 3495.5

N  /  A3460.1

3490.1

3478.1

S
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Table B.17 19.0 GRV – PG 76-22 – One-Percent Hydrated Lime  
 

Conditioned Samples Unconditioned Samples

7.63 7.77 7.75

128.9 150.4

7.62

J7

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

(L)  % Saturation  [100*(K/I)]

ample Number

(A)  Diameter, in

(B)  Height, in 

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

 [H*(D - E)/100]

70% Saturated

6

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

6 6

J9 J10 J8 J11 J12

6 6 6

3.74 3.74

3393.6

3.74 3.74

3410.6 3407.4 3408.6 3414.4

2.128

3.74 3.74

3435.4

1838.7 1868.71843.8

3437.6 3462.73448.1

2.307

1845.9

3446.3 3440.4 3447.7

1841.4 1845.8

2.131 2.131 2.128

3498.6 3494.9 3497.2

2.307 2.307 2.307

72.1 71.7 71.2

N/A N/A 136.5 159.7

4462 4555 4611 4811

8.00 6.58

130.8 N/A

155.1

2.122 2.155

2.3072.307

122.0 122.0 124.4

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

Tensile Strength (ST ) Calculations
5629 5468

N/A

126.6 129.2

86

Initial Vacuum Saturation Conditioning

Second Vacuum Saturation Conditioning (If required)

88.0 87.5 88.6 N  /  A

N  /  A

N/A N/A

3477.7

3508.2

3474.5

3505.0

3496.0 3492.8

N  /  A3477.0

3508.1

3495.7

S
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Table B.18 19.0 GRV – PG 76-22 – One-Percent Hydrated Lime Plus Liquid 

Additive  
 

Conditioned Samples Unconditioned Samples

7.35 7.22 7.41

122.9 146.6

7.63

A95

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

(L)  % Saturation  [100*(K/I)]

Sample Number

(A)  Diameter, in

(B)  Height, in 

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

 [H*(D - E)/100]

70% Saturated

6

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

6 6

A96 A98 A94 A97 A99

6 6 6

3.74 3.74

3399.0

3.74 3.74

3401.0 3420.7 3415.2 3419.8

2.136

3.74 3.74

3407.4

1849.7 1857.71854.9

3438.1 3452.63455.9

2.307

1841.1

3437.1 3456.0 3441.7

1855.7 1846.1

2.131 2.138 2.140

3484.0 3505.1 3490.1

2.307 2.307 2.307

68.1 71.8 65.0

N/A N/A 142.8 143.1

4431 4343 4221 5035

7.24 7.39

119.7 N/A

154.0

2.140 2.136

2.3072.307

121.8 117.6 115.2

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

Tensile Strength (ST ) Calculations
5044 5428

N/A

125.7 123.2

84

Initial Vacuum Saturation Conditioning

Second Vacuum Saturation Conditioning (If required)

83.0 84.4 74.9 N  /  A

N  /  A

N/A N/A

3468.0

3498.4

3485.4

3514.7

3486.3 3503.0

N  /  A3478.6

3507.4

3495.9
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Table B.19 12.5 GRV/LMS – PG 76-22 – None  
 

Conditioned Samples Unconditioned Samples

7.07 7.06 7.93

126.8 158.6

7.34

G2

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

(L)  % Saturation  [100*(K/I)]

ample Number

(A)  Diameter, in

(B)  Height, in 

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

 [H*(D - E)/100]

70% Saturated

6

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

6 6

G3 G6 G1 G5 G4

6 6 6

3.74 3.74

3599.8

3.74 3.74

3567.4 3578.8 3588.8 3550.6

2.195

3.74 3.74

3597.6

2024.9 2015.81995.2

3638.2 3640.03612.9

2.384

2003.5

3618.4 3623.9 3634.8

2008.6 2015.0

2.209 2.216 2.216

3672.0 3677.0 3675.0

2.384 2.384 2.384

88.3 86.0 75.3

N/A N/A 146.75731 159.24005

4308 4696 4400 5173

6.40 7.09

124.8 N/A

169.85038

2.231 2.215

2.3842.384

118.5 114.1 114.4

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

Tensile Strength (ST ) Calculations
5613 5987

N/A

122.2 133.2

80

Initial Vacuum Saturation Conditioning

Second Vacuum Saturation Conditioning (If required)

104.6 98.2 86.2 N  /  A

N  /  A

N/A N/A

3632.6

3662.2

3641.6

3670.1

3650.4 3658.7

N  /  A3651.7

3680.3

3668.9

S
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Table B.20 12.5 GRV/LMS – PG 76-22 – One-Percent Hydrated Lime  
 

I5I4I2

70% Saturated

6.60 6.65 7.08

149.9 168.1

6.98

(B)  Height, in 

(A)  Diameter, in

I1

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

ample Number
itioned Samples

6 6 6 6 6 6

I3 I6

3.74 3.74

3588.2

3.74 3.74

3588.8 3594.6 3597.2 3588.8

3.74 3.74

2009.8

3599.4

2007.0 2016.22015.3 2006.5

3624.0 3632.0

2.384

3626.5

2.217 2.227 2.226 2.215

2001.2

3619.6 3624.1 3631.6

3672.2 3674.1 3681.9

2.384 2.384 2.384

73.8 74.6 78.9

N/A N/A 162.9 168.9

5312 5291 5249 5743

6.92 6.56

148.9 N/A

172.4

2.219 2.228

2.3842.384

113.0 106.5 107.4

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

Tensile Strength (ST ) Calculations
5954 6078

N/A

150.7 150.1

89

Initial Vacuum Saturation Conditioning

Second Vacuum Saturation Conditioning (If required)

83.4 79.5 84.7 N  /  A

N  /  A

N/A N/A

3651.0

3679.2

3653.2

3679.8

3667.9 3669.1

N  /  A3656.3

3683.1

3672.4

Conditioned Samples Uncond
S
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Table B.21 12.5 GRV/LMS – PG 76-22 – One-Percent Hydrated Lime Plus Liquid 

Additive  
 

A79A78A77

70% Saturated

6.79 6.94 7.02

128.3 158.2

7.03

(B)  Height, in 

(A)  Diameter, in

A76

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

Sample Number
Conditioned Samples Unconditioned Samples

6 6 6 6 6 6

A80 A81

3.74 3.74

3587.1

3.74 3.74

3592.8 3595.0 3589.9 3591.7

3.74 3.74

2018.9

3598.2

2008.8 2019.22015.8 2014.0

3629.0 3634.8

2.384

3634.3

2.216 2.222 2.219 2.217

2012.7

3633.7 3636.8 3633.9

3682.9 3681.5 3679.0

2.384 2.384 2.384

79.1 78.7 79.4

N/A N/A 154.7 162.8

4455 4656 4460 5452

7.13 6.58

126.5 N/A

157.2

2.214 2.227

2.3842.384

114.0 109.9 112.3

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

Tensile Strength (ST ) Calculations
5737 5540

N/A

126.4 132.1

81

Initial Vacuum Saturation Conditioning

Second Vacuum Saturation Conditioning (If required)

90.1 86.5 89.1 N  /  A

N  /  A

N/A N/A

3655.5

3684.0

3655.5

3682.9

3672.6 3672.0

N  /  A3651.6

3679.7

3668.5
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Table B.22 19.0 GRV/LMS – PG 76-22 – None  
 

3688.3

3718.7

3706.6

3675.9

3706.3

3675.4

3706.9

3694.1 3694.3

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

5472 5801

N/A

121.2 122.1

74

N/A N/A

7.95 7.61

121.7 126.0 121.7

2.228 2.237

2.4212.421

119.1 N/A

164.57359N/A N/A 168.31841 155.2399

N  /  A

Tensile Strength (ST ) Calculations
4271 4305 4198 5933

2.421

75.7

3714.0 3699.8 3713.6

105.1 93.7 92.2

Initial Vacuum Saturation Conditioning

N  /  A

2037.1

2.421 2.421 2.421

3654.73636.5

2.238 2.232 2.239 2.253

2043.3

3655.7 3652.6 3661.7

3608.9 3606.1

N  /  A

3.74 3.74

2029.7 2040.42044.2 2039.5

3641.5

3.74 3.74

3591.8

3.74 3.74

3621.4 3597.6 3610.9

6 6

G9 G11 G12G10G8

6 6 6 6

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

Sample Number

(B)  Height, in 

(A)  Diameter, in

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

Second Vacuum Saturation Conditioning (If required)

G7

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

70% Saturated

(S)  Average ST , psi

7.80 7.52 6.95

120.8 162.7

7.55

86.3 74.4

mples Unconditioned SamplesConditioned Sa

 
 
 
 
 



 - 143 -
Table B.23 19.0 GRV/LMS – PG 76-22 – One-Percent Hydrated Lime  
 

3675.3

3703.5

3692.2

3677.6

3706.4

3678.7

3709.9

3694.9 3697.4

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

6158 5980

N/A

139.4 141.8

81

N/A N/A

7.34 7.76

115.4 124.9 112.7

2.243 2.233

2.4212.421

144.4 N/A

169.7N/A N/A 183.7 174.7

N  /  A

Tensile Strength (ST ) Calculations
4913 4997 5090 6476

2.421

69.2

3695.9 3700.6 3691.3

81.8 90.6 78.0

Initial Vacuum Saturation Conditioning

N  /  A

2037.5

2.421 2.421 2.421

3654.73665.1

2.247 2.234 2.251 2.264

2042.0

3650.2 3653.5 3651.3

3614.1 3610.0

N  /  A

3.74 3.74

2042.9 2037.22046.1 2060.2

3655.0

3.74 3.74

3616.6

3.74 3.74

3613.3 3633.4 3612.2

6 6

I8 I12 I11I10I9

6 6 6 6

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

Sample Number

(B)  Height, in 

(A)  Diameter, in

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

Second Vacuum Saturation Conditioning (If required)

I7

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

70% Saturated

(S)  Average ST , psi

7.73 7.02 6.49

141.8 176.0

7.17

70.9 72.5

itioned SamplesConditioned Samples Uncond
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Table B.24 19.0 GRV/LMS – PG 76-22 – One-Percent Hydrated Lime Plus Liquid 

Additive  
 

3672.0

3701.9

3690.0

3668.0

3697.2

3665.1

3696.5

3685.5 3684.0

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

5896 5578

N/A

127.4 127.2

77

N/A N/A

6.99 7.41

116.6 125.8 119.8

2.252 2.242

2.4212.421

117.5 N/A

158.2N/A N/A 156.9 167.3

N  /  A

Tensile Strength (ST ) Calculations
4492 4483 4141 5531

2.421

78.9

3691.9 3691.1 3700.6

88.0 95.2 94.5

Initial Vacuum Saturation Conditioning

N  /  A

2032.3

2.421 2.421 2.421

3634.93655.2

2.245 2.232 2.241 2.230

2042.4

3647.6 3643.4 3650.3

3603.9 3595.9

N  /  A

3.74 3.74

2050.0 2034.82041.0 2040.3

3656.7

3.74 3.74

3617.8

3.74 3.74

3606.1 3601.4 3586.8

6 6

A85 A87 A86A84A83

6 6 6 6

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

Sample Number

(B)  Height, in 

(A)  Diameter, in

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

Second Vacuum Saturation Conditioning (If required)

A82

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

70% Saturated

(S)  Average ST , psi

7.81 7.44 7.88

124.0 160.8

7.26

75.5 75.7

Conditioned Samples Unconditioned Samples
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Table B.25 12.5 GRV – SMA – None  
 

Second Vacuum Saturation Conditioning (If required)

N  /  A

N/A N/A

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

3285 3439

N/A

79.9 87.4

91

N  /  A

111.6 111.5 96.1

3271.6

3299.5

3260.8

3288.7

3264.2

3288.3

2.047 2.050

2.1882.188

89.3 N/A

97.563966N/A N/A 92.145322 93.195007

N  /  A

Tensile Strength (ST ) Calculations
2817 3079 3149 3248

77.3

3298.0 3287.5 3285.7

87.8 88.0 74.3

2.188 2.188 2.188 2.188

3247.2

2.033 2.033 2.054 2.028

1683.3

3203.9

1694.4 1688.9

3262.1 3257.0

1683.2 1690.0 1675.0

3253.8 3266.5 3252.0

3.74

3210.2 3199.5 3211.4 3188.5

3.74 3.74

3218.2

3.74

Conditioned Samples Unconditioned Samples

6 6 6 6

K30

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

3.74 3.74(B)  Height, in 

ample Number

(A)  Diameter, in

K29

6 6

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

3288.3 3277.670% Saturated

78.7 78.9

Initial Vacuum Saturation Conditioning

3278.6

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

7.09 6.14 7.31 6.44 6.32

85.5 94.3

7.07

K25 K28K27K26S
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Table B.26 12.5 GRV – SMA – One-Percent Hydrated Lime 
 

K42K40K37

70% Saturated

7.54 7.47 7.07

94.0 107.0

7.43

(B)  Height, in 

(A)  Diameter, in

K38

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

ample Number
Unconditioned Samples

6 6 6 6 6 6

K39 K41

3.74 3.74

3210.0

3.74 3.74

3209.9 3207.8 3225.6 3222.3

3.74 3.74

1673.5

3216.0

1672.8 1678.61687.6 1685.0

3260.9 3268.0

2.188

3269.7

2.025 2.023 2.024 2.033

1678.6

3263.4 3259.1 3280.9

3303.2 3297.5 3309.4

2.188 2.188 2.188

74.9

79.2 75.1 70.4

-325276.5

-3135.0

N/A N/A 110.7 104.9

3201 3248 3496 3903

7.62 7.52

99.2 N/A

105.5

2.021 2.023

2.1882.188

117.8 119.5 119.1

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

Tensile Strength (ST ) Calculations
3697 3720

N/A

90.8 92.1

88

Initial Vacuum Saturation Conditioning

Second Vacuum Saturation Conditioning (If required)

93.3 89.7 83.8 N  /  A

N  /  A

N/A N/A

3274.7

3304.1

3273.5

3303.4

3292.3 3291.5

N  /  A3291.1

3320.9

3309.0

Conditioned Samples
S
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Table B.27 12.5 GRV – SMA – One-Percent Hydrated Lime Plus Liquid Additive  
 

K54K52K50

70% Saturated

6.47 7.29 7.20

81.1 94.7

7.49

(B)  Height, in 

(A)  Diameter, in

K49

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

ample Number
s

6 6 6 6 6 6

K51 K53

3.74 3.74

3218.0

3.74 3.74

3217.6 3230.6 3204.3 3224.8

3.74 3.74

1692.6

3219.4

1692.4 1684.81677.0 1691.0

3265.0 3274.3

2.188

3279.2

2.024 2.046 2.028 2.030

1685.5

3275.1 3271.2 3256.7

3305.2 3306.2 3290.0

2.188 2.188 2.188

73.6 74.1 74.4

N/A N/A 91.5 96.5

2859 3060 2658 3224

6.48 7.43

75.4 N/A

96.1

2.046 2.025

2.1882.188

119.0 102.1 115.2

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

Tensile Strength (ST ) Calculations
3402 3388

N/A

81.1 86.8

86

Initial Vacuum Saturation Conditioning

Second Vacuum Saturation Conditioning (If required)

87.6 75.6 85.7 N  /  A

N  /  A

N/A N/A

3283.1

3312.8

3286.8

3312.3

3300.9 3302.1

N  /  A3267.7

3296.5

3284.9

Conditioned Samples Unconditioned Sample
S

 
 
 
 

 



 - 148 -
Table B.28 19.0 GRV– SMA – None  
 

3275.5

3300.8

3290.7

88

Initial Vacuum Saturation Conditioning

N  /  A

N/A N/A

3304 3954

N/A

85.1 86.2

118.1 103.5 101.2

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

3286.8

3316.3

3260.0

3285.9

3304.5 3275.5

2.081 2.081

2.2292.229

100.0 N/A

112.17445N/A N/A 100.88324 93.734034

N  /  A

Tensile Strength (ST ) Calculations
3000 3037 3524 3556

2.229

79.1 79.2 77.5

3315.2 3285.1 3298.3

93.4 82.0 78.4

1713.6

2.229 2.229 2.229

3280.73244.3

2.061 2.079 2.083 2.074

1718.8

3282.3 3254.1 3270.8

3221.8 3203.1

N  /  A

3.74 3.74

1724.7 1728.51725.1 1706.1

3270.1

3.74 3.74

3215.9

3.74 3.74

3219.9 3189.9 3229.7

6 6

K34 K36 K35K33K32

6 6 6 6

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

Sample Number

(B)  Height, in 

(A)  Diameter, in

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

Second Vacuum Saturation Conditioning (If required)

K31

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

70% Saturated

(S)  Average ST , psi

6.72 6.54 6.96

90.4 102.3

7.55 6.64 6.65

onditioned Samples Unconditioned SamplesC
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Table B.29 19.0 GRV – SMA – One-Percent Hydrated Lime  
 

N  /  A3297.2

3327.2

3315.2

3299.3

3328.1

3297.8

3325.3

94

Initial Vacuum Saturation Conditioning

Second Vacuum Saturation Conditioning (If required)

85.8 76.3 84.0 N  /  A

N  /  A

N/A N/A

115.4 109.9 119.8

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

Tensile Strength (ST ) Calculations
4029 4460

N/A

82.2 118.4

2.060 2.073

2.2292.229

110.4 N/A

126.5

2897 4174 3893 4399

N/A N/A 124.8 114.3

-327994.0

-3164.5

71.3

74.3 69.4 70.1

3321.6 3313.6 3315.3

2.229 2.229 2.229 2.229

3271.3

2.065 2.072 2.059 2.069

1724.4

3225.3

1713.1 1717.5

3291.5 3284.5

1722.2 1716.1 1713.3

3285.6 3279.3 3273.3

3.74

3235.8 3237.3 3231.3 3224.1

3.74 3.74

3226.9

3.74

Conditioned Samples Unconditioned Samples

6 6 6 6 6 6

K46 K48

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

3.74 3.74(B)  Height, in 

ample Number

(A)  Diameter, in

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

3316.6 3314.370% Saturated

7.04 7.64 7.16 7.57 7.00

114.4 121.9

7.37

K45 K47K44K43S
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Table B.30 19.0 GRV – SMA – One-Percent Hydrated Lime Plus Liquid Additive 
 

3293.5

3321.9

3310.6

87

Initial Vacuum Saturation Conditioning

N  /  A

N/A N/A

4080 4357

N/A

99.6 97.3

105.0 107.3 113.5

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

3296.0

3322.3

3279.8

3306.7

3311.8 3295.9

2.066 2.092

2.2292.229

109.9 N/A

123.6N/A N/A 112.2 115.7

N  /  A

Tensile Strength (ST ) Calculations
3512 3430 3874 3954

2.229

70.9 76.5 76.7

3312.7 3302.9 3318.2

74.4 82.1 87.1

1716.8

2.229 2.229 2.229

3273.13278.0

2.079 2.075 2.067 2.073

1727.0

3284.8 3269.1 3278.6

3238.3 3220.8

N  /  A

3.74 3.74

1720.9 1727.61715.5 1719.2

3284.6

3.74 3.74

3231.1

3.74 3.74

3231.1 3231.9 3233.7

6 6

K58 K59 K60K57K56

6 6 6 6

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

Sample Number

(B)  Height, in 

(A)  Diameter, in

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

Second Vacuum Saturation Conditioning (If required)

K55

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

70% Saturated

(S)  Average ST , psi

6.92 7.26 6.98

102.3 117.2

6.74 7.30 6.13

esConditioned Samples Unconditioned Sampl
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Table B.31 12.5 GRV/LMS – SMA – None  
 

3436.7

3464.3

3453.3

90

Initial Vacuum Saturation Conditioning

N  /  A

N/A N/A

2985 3365

N/A

85.0 74.8

108.9 120.9 110.7

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

3444.7

3472.0

3431.0

3461.2

3461.1 3449.2

2.126 2.121

2.2822.282

85.8 N/A

95.464596N/A N/A 92.258801 84.684047

N  /  A

Tensile Strength (ST ) Calculations
2995 2635 3023 3252

2.282

77.6 79.0 79.9

3469.3 3460.0 3464.2

84.5 95.5 88.4

1822.7

2.282 2.282 2.282

3436.23433.7

2.126 2.109 2.123 2.121

1835.5

3427.7 3418.0 3422.0

3384.8 3364.5

N  /  A

3.74 3.74

1835.8 18381832.0 1835.3

3425.5

3.74 3.74

3379.4

3.74 3.74

3375.8 3390.4 3390.2

6 6

L19 L20 L18L17L16

6 6 6 6

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

Sample Number

(B)  Height, in 

(A)  Diameter, in

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

Second Vacuum Saturation Conditioning (If required)

L15

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

70% Saturated

(S)  Average ST , psi

7.58 6.96 7.05

81.8 90.8

6.84 6.84 7.04

d Samples Unconditioned SamplesConditione

 
 
 
 
 



 - 152 -
Table B.32 12.5 GRV/LMS – SMA – One-Percent Hydrated Lime 
 

Second Vacuum Saturation Conditioning (If required)

N  /  A

N/A N/A

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

3589 3669

N/A

86.9 107.5

89

N  /  A

116.7 111.1 111.6

3446.1

3475.3

3460.3

3488.1

3447.4

3475.3

2.119 2.129

2.2822.282

83.8 N/A

104.1N/A N/A 106.3 101.8

N  /  A

Tensile Strength (ST ) Calculations
3065 3789 2954 3748

73.7

3470.2 3476.2 3468.3

88.3 77.0 82.3

2.282 2.282 2.282 2.282

3423.2

2.115 2.124 2.122 2.114

1821.0

3396.8

1826.5 1835.9

3419.7 3436.1

1835.4 1830.6 1821.7

3426.0 3425.0 3431.4

3.74

3381.9 3399.2 3386.0 3386.0

3.74 3.74

3387.1

3.74

Conditioned Samples Unconditioned Samples

6 6 6 6

L31

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

3.74 3.74(B)  Height, in 

ample Number

(A)  Diameter, in

L28

6 6

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

3463.6 3477.070% Saturated

75.7 69.3

Initial Vacuum Saturation Conditioning

3464.1

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

6.94 7.00 7.35 7.15 6.71

92.7 104.1

7.30

L27 L32L30L29S
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Table B.33 12.5 GRV/LMS – SMA – One-Percent Hydrated Lime Plus Liquid 

Additive 
 

Second Vacuum Saturation Conditioning (If required)

N  /  A

N/A N/A

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

3940 4001

N/A

89.1 79.1

76

N  /  A

110.0 105.7 113.0

3453.4

3480.9

3452.8

3479.3

3446.4

3474.7

2.123 2.125

2.2822.282

87.2 N/A

113.5N/A N/A 110.2 111.8

N  /  A

Tensile Strength (ST ) Calculations
3140 2789 3074 3884

71.4

3478.6 3472.8 3465.0

85.7 78.1 80.7

2.282 2.282 2.282 2.282

3434.6

2.125 2.131 2.120 2.128

1826.1

3407.6

1828.3 1831.8

3422.9 3424.7

1831.4 1824.3 1834.4

3420.3 3428.1 3435.1

3.74

3392.9 3394.7 3384.3 3405.3

3.74 3.74

3396.2

3.74

Conditioned Samples Unconditioned Samples

6 6 6 6

L43

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

3.74 3.74(B)  Height, in 

Sample Number

(A)  Diameter, in

L42

6 6

(L)  % Saturation  [100*(K/I)]

 [H*(D - E)/100]

3469.9 3468.770% Saturated

77.9 73.9

Initial Vacuum Saturation Conditioning

3463.4

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

6.63 7.08 6.75 6.97 6.86

85.1 111.8

6.89

L41 L44L40L39
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Table B.34 19.0 GRV/LMS – SMA – None 
 

Conditioned Samples Unconditioned Samples

6.45 6.64 6.03

106.7 120.9

6.06

L21

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

(L)  % Saturation  [100*(K/I)]

ample Number

(B)  Height, in 

(A)  Diameter, in

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

 [H*(D - E)/100]

70% Saturated

6

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

6 6

L22 L23 L26L25L24

6 6 6

3.74

3524.8

3.74 3.74

3498.2 3522.2 3518.3

3.743.74 3.74

3514.7

1990.1 1978.81985.1

3577.3 3553.73558.3

3514.9

2.236 2.227 2.222 2.236

1980.0

3552.1 3539.7 3565.1

1968.6 1979.9

2.380 2.380 2.380 2.380

3580.3 3572.6 3599.3

68.7 73.5

71.8

73.2

-353836.5

-3443.1

N/A N/A 121.73509 116.03275

4042 3786 3453 4291

6.69 6.23

98.0 N/A

125.05437

2.221 2.232

2.3802.380

95.3 101.3 105.3

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

Tensile Strength (ST ) Calculations
4090 4408

N/A

114.7 107.4

88

Initial Vacuum Saturation Conditioning

Second Vacuum Saturation Conditioning (If required)

65.4 74.4 77.1 N  /  A

N  /  A

N/A N/A

3567.3

3591.1

3553.9

3579.2

3581.6 3569.1

N  /  A3580.1

3606.4

3595.9

S
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Table B.35 19.0 GRV/LMS – SMA – One-Percent Hydrated Lime  
 

Conditioned Samples Unconditioned Samples

6.64 7.15 7.00

96.8 104.2

6.85

L33

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

(L)  % Saturation  [100*(K/I)]

ample Number

(B)  Height, in 

(A)  Diameter, in

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

 [H*(D - E)/100]

70% Saturated

6

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

6 6

L35 L38 L37L36L34

6 6 6

3.74

3511.8

3.74 3.74

3511.5 3487.2 3505.4

3.743.74 3.74

3503.1

1968.8 1966.31964.5

3550.9 3546.03548.3

3507.1

2.217 2.222 2.210 2.213

1969.1

3551.1 3548.8 3530.7

1968.5 1952.7

2.380 2.380 2.380 2.380

3584.9 3590.9 3572.2

71.8 75.7 75.4

N/A N/A 103.9 107.9

3290 3608 3341 3664

6.73 6.82

94.8 N/A

100.6

2.220 2.218

2.3802.380

108.4 104.9 112.8

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

Tensile Strength (ST ) Calculations
3804 3547

N/A

93.3 102.4

93

Initial Vacuum Saturation Conditioning

Second Vacuum Saturation Conditioning (If required)

77.8 79.4 85.0 N  /  A

N  /  A

N/A N/A

3566.7

3593.8

3569.2

3595.4

3583.0 3584.9

N  /  A3549.2

3577.4

3566.2

S
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Table B.36 19.0 GRV/LMS – SMA – One-Percent Hydrated Lime Plus Liquid                   

Additive  
 

Conditioned Samples Unconditioned Samples

6.61 5.97 6.70

105.6 127.2

6.71

L45

(F)  Bulk Specific Gravity

 [A/(D - E)]

(J)  SSD Weight, gm

(K)  Vol. Of Absorbed Water, cc

(S)  Average ST , psi

 [J - C]

  [M - C]

  [2P/(A*B*π)]

(P)  Failure Load, lbs

(Q)  Dry ST , psi  [2P/(A*B*π)]

(R)  Conditioned ST , psi

(M)  SSD Weight, gm

(N)  Vol. Of Absorbed Water, cc

(O)  % Saturation  [100*(N/I)]

(L)  % Saturation  [100*(K/I)]

Sample Number

(B)  Height, in 

(A)  Diameter, in

80% Saturated

55% Saturated

(G)  Theoretical Maximum Gravity

(H)  % Air Voids [100*(1-F/G)]

(I)  Volume of Air Voids

 [H*(D - E)/100]

70% Saturated

6

(C)  Weight in Air, gm 

(E)  Submerged Weight, gm

(D)  SSD Weight, gm

6 6

L48 L49 L50L47L46

6 6 6

3.74

3517.9

3.74 3.74

3497.7 3492.1 3513.4

3.743.74 3.74

3511.5

1970.4 1967.01969.1

3545.0 3541.33551.3

3508.9

2.220 2.223 2.238 2.221

1965.6

3545.9 3534.5 3525.7

1960.8 1965.3

2.380 2.380 2.380 2.380

3589.2 3569.8 3560.2

75.8 69.3 73.1

N/A N/A 113.5 135.3

3861 3608 3697 4002

6.13 6.28

104.9 N/A

132.7

2.234 2.231

2.3802.380

106.0 104.1 93.1

Tensile Strength Ratio  [Avg Conditioned ST  / Avg Dry ST ]: 

Tensile Strength (ST ) Calculations
4768 4679

N/A

109.5 102.4

83

Initial Vacuum Saturation Conditioning

Second Vacuum Saturation Conditioning (If required)

80.3 72.1 68.1 N  /  A

N  /  A

N/A N/A

3567.2

3593.7

3554.9

3581.0

3583.1 3570.6

N  /  A3543.3

3566.6

3557.3

 

 


